
DTD 
No Title Status Replacement 

1 NICKEL CHROMIUM CASE 
HARDENING STEEL 

Cancelled 
on/before 
April 1986 

B.S. S.82 

2 MILD 5% NICKEL CASE HARDENING 
STEEL 

Cancelled 
on/before 
April 1986 

B.S. S.15 

3 HIGH 5% NICKEL CASE 
HARDENING STEEL 

Cancelled 
on/before 
April 1986 

B.S. S.157 

4C CHROMIUM-VANADIUM STEEL 
WIRE AND SPRINGS 

Cancelled 
on/before 
April 1986 

B.S. S.204 

5B CARBON STEEL WIRE AND 
SPRINGS (HARD DRAWN) 

Cancelled 
on/before 
April 1986 

B.S. S.202 

6A COBALT-CHROMIUM VALVE STEEL Cancelled 
on/before 
April 1986 

OBSOLETE 

7 MEDIUM CARBON-CHROMIUM 
VALVE STEEL 

Cancelled 
on/before 
April 1986 

OBSOLETE 

8 AIR TEMPERING NICKEL 
CHROMIUM MOLYBDENUM STEEL 

Cancelled 
on/before 
April 1986 

B.S. S.97 
(OBSOLESCENT) 

9B MANGANESE STEEL CASTINGS Cancelled 
on/before 
April 1986 

OBSOLETE 

10D NICKEL-COPPER ALLOY COLD 
ROLLED AND ANNEALED SHEET 

Obsolete 
April 1999 

 



DTD 
No Title Status Replacement 

AND STRIP Available 
in PDF 

11 PHOSPHOR-BRONZE WIRE OR 
STRIP 

Cancelled 
on/before 
April 1986 

B.S 2873 AND B.S 
2870 

12A LOW CARBON STEEL SHEET Cancelled 
on/before 
April 1986 

B.S. S.511 
(OBSOLESCENT) 

13B SILICON-CHROMIUM VALVE STEEL 
FORGINGS OR STAMPINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

14A WHITE METAL FOR AERO-ENGINES Cancelled 
on/before 
April 1986 

B.S. B.21 

15A WHITE METAL FOR AERO-ENGINES Cancelled 
on/before 
April 1986 

OBSOLETE 

16 TWO CLASSES OF STEEL STRIP 
ARE COVERED IN THIS SCHEDULE. 
(A) HARDENED AND TEMPERED. 
(B) COLD-ROLLED OR COLD-
ROLLED AND BLUED 

Cancelled 
on/before 
April 1986 

OBSOLETE 

17A MILD STEEL CASTINGS Cancelled 
on/before 
April 1986 

B.S. 3100/592 
GRADE A 

18C LIGHT ALLOY FORINGS AND 
STAMPINGS 

Cancelled 
on/before 
April 1986 

B.S. L.102 

19 AIR HARDENING STEEL GEARS Cancelled B.S. S.28 



DTD 
No Title Status Replacement 

on/before 
April 1986 

(OBSOLETE) 

20 SOFT SOLDERS Cancelled 
on/before 
April 1986 

B.S. 219 

21 HEAT-TREATED HIGH CHROMIUM 
STEEL BAR (NON-CORROSIVE) 
LOW TENSILE QUALITY 

Cancelled 
on/before 
April 1986 

B.S. S.61 
(OBSOLETE) 

22A HEAT-TREATED HIGH CHROMIUM 
STEEL BAR (NON-CORROSIVE) 
HIGH TENSILE QUALITY 

Cancelled 
on/before 
April 1986 

B.S. S.62 
(OBSOLETE) 

23B NON-CORROSIVE STEEL SHEETS Cancelled 
on/before 
April 1986 

OBSOLETE 

24A NON-CORROSIVE STEEL RIVETS, 
NON-CORROSIVE WIRE FOR SPLIT 
PINS 

Cancelled 
on/before 
April 1986 

DTD 161 AND 189 

25 ALUMINIUM SILICON ALLOY 
CASTINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

26 CELLULOSE ACETATE DOPES Cancelled 
on/before 
April 1986 

OBSOLETE 

27 ALUMINIUM COVERING V.84 Cancelled 
on/before 
April 1986 

OBSOLETE 

28C SITKA SPRUCE AS ROUGH TIMBER Cancelled 
on/before 
April 1986 

OBSOLETE 



DTD 
No Title Status Replacement 

29A VARNISH REMOVER AND BRUSH 
WASH 

Cancelled 
on/before 
April 1986 

OBSOLETE 

30A BRONZE BARS FOR 
CARBURETTOR NEEDLE SEATINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

31 ASH Cancelled 
on/before 
April 1986 

OBSOLETE 

32A WALNUT AS ROUGH TIMBER Cancelled 
on/before 
April 1986 

OBSOLETE 

33A MAHOGANY AS ROUGH TIMBER Cancelled 
on/before 
April 1986 

OBSOLETE 

34A ROCK ELM AS ROUGH TIMBER Cancelled 
on/before 
April 1986 

OBSOLETE 

35 NOT ISSUED Not 
Issued 

- 

36B SITKA SPRUCE OR APPROVED 
SUBSTITUTE 

Cancelled 
on/before 
April 1986 

B.S. V.37 

37A VALCANISED FIBRE FOR JOINTING 
PURPOSES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

38 NOT ISSUED Not 
Issued 

- 



DTD 
No Title Status Replacement 

39 NON-CORRODIBLE LOW TENSILE 
STEEL SHEETS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

40 MAGNESIUM ALLOY CASTINGS 
(SUITABLE FOR PRESSURE WORK) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

41 MILD STEEL TUBES SUITABLE FOR 
WELDING 

Cancelled 
on/before 
April 1986 

OBSOLETE 

42 SPECIAL CHROMIUM-NICKEL NON-
CORROSIVE STEEL SHEETS 

Cancelled 
on/before 
April 1986 

B.S. S.526 AND 
S.527 

43 SPECIAL CHROMIUM-NICKEL NON-
CORROSIVE STEEL BARS 

Cancelled 
on/before 
April 1986 

B.S. S.129 AND 
S.130 

44D ANTI-FREEZING OIL. TYPE 44D Cancelled 
on/before 
April 1986 

DEF STAN 91-44 

45 NOT ISSUED Not 
Issued 

- 

46A NON-CORROSIVE STEEL STRIP OF 
SIXTY-FIVE TONS PROOF STRESS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

47 NOT ISSUED Not 
Issued 

- 

48 NOT KNOWN Cancelled 
on/before 
April 1986 

B.S. F.1 



DTD 
No Title Status Replacement 

49B HIGH NICKEL HIGH CHROMIUM 
STEEL VALVE FORINGS 

Cancelled 
on/before 
April 1986 

B.S. S.111 

50 ALUMINIUM SILICON ALLOY 
SHEETS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

51A CADMIUM-ZINC SOLDER Cancelled 
on/before 
April 1986 

OBSOLETE 

52A NOT KNOWN Cancelled 
on/before 
April 1986 

- 

53 PROVISIONAL AIR MINISTRY 
SPECIFICATION NON-CORROSIVE 
LOW TENSILE STEEL BARS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

54A HIGH TENSILE NICKEL-CHROMIUM 
STEEL STRIP OF 65 TONS PROOF 
STRESS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

55 MINERAL JELLY Cancelled 
on/before 
April 1986 

DEF STAN 91-
38/1 

56D STOVING ENAMEL Obsolete 
April 1999 
Available 
in PDF 

 

57B CHROMIUM-NICKEL NON-
CORROSIVE STEEL STRIP OF 40-50 
TONS 0.1% PROOF STRESS 

Cancelled 
on/before 
April 1986 

B.S. S.524 AND 
S.525 

58A "Y" ALUMINIUM ALLOY PISTON Cancelled OBSOLETE 



DTD 
No Title Status Replacement 

FORGINGS AND STAMPINGS on/before 
April 1986 

59B MAGNESIUM ALLOY CASTINGS Cancelled 
on/before 
April 1986 

OBSOLETE 

60B HIGH CHROMIUM NON-
CORRODIBLE STEEL SHEETS AND 
STRIPS (40-50 TONS 0.1% PROOF 
STRESS) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

61 CHROMIUM-NICKEL NON-
CORROSIVE WELDING ROD 

Cancelled 
on/before 
April 1986 

OBSOLETE 

62B PIGMENTED OIL VARNISH Cancelled 
on/before 
April 1986 

OBSOLETE 

63B CELLULOSE ENAMELS AND 
PRIMER 

Cancelled 
on/before 
April 1986 

B.S. X.29 

64A COTTON DUCK FOR PARACHUTE 
CASES AND TRAVELLING BAGS 

Cancelled 
on/before 
April 1986 

B.S. F.55 

65A SILK TAPE FOR PARACHUTES Obsolete 
April 1999 
Available 
in PDF 

 

66B SILK SEWING THREAD Obsolete 
April 1999 
Available 
in PDF 

 



DTD 
No Title Status Replacement 

67A SILK CORDAGE FOR PARACHUTE 
SHROUD LINES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

68 PARACHUTE MAIN HARNESS 
WEBBING 

Cancelled 
on/before 
April 1986 

B.S. F.111 

69B SILK FABRIC FOR PARACHUTES Cancelled 
on/before 
April 1986 

OBSOLETE 

70 STENCIL PAINT FOR WOODEN 
PACKING CASES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

71B OIL, CASTOR: COLD DRAWN 
GRADE 

Obsolete 
April 1999 
Available 
in PDF 

 

72A OIL, CASTOR: DELAYED SETTING 
TIME GRADE JOINT SERVICE 
DESIGNATION: OF-300 

Obsolete 
April 1999 
Available 
in PDF 

 

73 JUTE WEBBING Cancelled 
on/before 
April 1986 

OBSOLETE 

74 SEWING MACHINE OIL Cancelled 
on/before 
April 1986 

OBSOLETE 

75 NOT KNOWN Cancelled 
on/before 
April 1986 

B.S. F.1 



DTD 
No Title Status Replacement 

76 HIGH CHROMIUM NON-CORROSIVE 
STEEL BAR 

Cancelled 
on/before 
April 1986 

B.S. S.80 

77 POWDERED GRAPHITE Cancelled 
on/before 
April 1986 

DEF STAN 96-1/1 

78A HARD DRAWN PHOSPHOR-
BRONZE BARS 

Cancelled 
on/before 
April 1986 

B.S. 2874/PB 102 

79A HARD DRAWN PHOSPHOR-
BRONZE TUBES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

80 FRAYED AND SERRATED EDGE 
TAPE 

Cancelled 
on/before 
April 1986 

B.S. F.1 

81 TINNING AND SODLERING 
SOLUTION 

Cancelled 
on/before 
April 1986 

DEF STAN 34-1/1 

82A IRON MILD STEEL WIRE FOR 
WELDING PURPOSES 

Cancelled 
on/before 
April 1986 

B.S. 1453. TYPE 
A.1 

83A AEROPLANE DOPING SCHEME Cancelled 
on/before 
April 1986 

OBSOLETE 

84 ALUMINIUM-COPPER-SILICON 
LIGHT ALLOY CASTINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

85A POLYSTYRENE MOULDING 
MATERIAL FOR SECONDARY 

Cancelled 
on/before 

OBSOLETE 



DTD 
No Title Status Replacement 

BATTERY CONTAINERS April 1986 

86A AIRSHIP LINEN FABRIC Cancelled 
on/before 
April 1986 

OBSOLETE 

87B 55-56 TON 1½% CHROMIUM-
ALUMINIUM-MOLYBDENUM STEEL 

Cancelled 
on/before 
April 1986 

OBSOLETE 

88C MAGNESIUM-ALUMINIUM-ZINC 
ALLOY FORGINGS AND 
PRESSINGS 

Cancelled 
on/before 
April 1986 

B.S. L.513 

89A CARBON STEEL TUBES SUITABLE 
FOR WELDING 

Cancelled 
on/before 
April 1986 

B.S. T.45 
(OBSOLESCENT) 

90 MAGNESIUM ALLOY FORGINGS, 
STAMPINGS OR PRESSINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

91A 50 TON STEEL TUBES Cancelled 
on/before 
April 1986 

OBSOLETE 

92 NOT ISSUED Not 
Issued 

- 

93 LINEN REINFORCEMENT WEBBING Cancelled 
on/before 
April 1986 

B.S. F.52 

94A AIRSHIP AND BALLOON COTTON 
FABRIC 

Cancelled 
on/before 
April 1986 

B.S. F.57 

95 NOT ISSUED Not - 



DTD 
No Title Status Replacement 

Issued 

96A THINNERS FOR SYNTHETIC PAINT Obsolete 
April 1999 
Available 
in PDF 

 

97B 28-TON 12 PER CENT CHROMIUM 
CORROSION-RESISTANT STEEL 
TUBES 

Obsolete 
April 1999 
Available 
in PDF 

 

98A 55-56 TON NICKEL-CHROMIUM 
SHEETS AND STRIPS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

99 HARDENED AND TEMPERED 
NICKEL-CHROMIUM STEEL STRIP 
OF 55 TONS PROOF STRESS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

100 HARDENED AND TEMPERED 
NICKEL-CHROMIUM STEEL STRIP 
FOR 40-50 TONS PROOF STRESS 

Cancelled 
on/before 
April 1986 

B.S. S.514 
(OBSOLESCENT) 

101 NOT ISSUED Not 
Issued 

- 

102A 35 TON NON-CORRODIBLE STEEL 
TUBES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

103 CELLULOSE LACQUERS FOR 
WOODEN AIRSCREWS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

104 RUBBER SOLVENT Cancelled 
on/before 
April 1986 

DEF STAN 68-29 



DTD 
No Title Status Replacement 

105 50 TON NON-CORRODIBLE STEEL 
TUBES 

Cancelled 
on/before 
April 1986 

DTD 203 

106 LIGHT ALLOY FORGINGS AND 
STAMPING 

Cancelled 
on/before 
April 1986 

OBSOLETE 

107B RUBBER TUBING FOR SUSPENDED 
STATIC HEADS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

108A COPPER TUBES Cancelled 
on/before 
April 1986 

OBSOLETE 

109 MINERAL LUBRICATING OILS Cancelled 
on/before 
April 1986 

D.ENG RD.2472 

110 LIGHT ALLOY RIVETS Cancelled 
on/before 
April 1986 

B.S. L.37 

111 METAL-COATED WROUGHT LIGHT 
ALLOY SHEET 

Cancelled 
on/before 
April 1986 

B.S. L.163 

112 TOLUOL Cancelled 
on/before 
April 1986 

B.S. 805 

113 SMALL ROUND STEEL TUBES AND 
NON-CIRCULAR TUBES, SUITABLE 
FOR WELDING 

Cancelled 
on/before 
April 1986 

B.S. T.64 
(OBSOLESCENT) 

114 DIBUTYL PHTHALATE Cancelled 
on/before 

B.S. 573 



DTD 
No Title Status Replacement 

April 1986 

115 SILICO-MANGANESE STEEL BARS Cancelled 
on/before 
April 1986 

OBSOLETE 

116A ETHYLENE GLYCOL Cancelled 
on/before 
April 1986 

OBSOLETE 

117 HARD ROLLED BRONZE (GUN-
METAL) BARS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

118C SHEET AND STRIP OF 
MAGNESIUM-1½% MANGANESE 
ALLOY 

Obsolete 
April 1999 
Available 
in PDF 

 

119 ALUMINIUM WELDING FLUX Obsolete 
April 1999 
Available 
in PDF 

 

120A MAGNESIUM ALLOY SHEETS Cancelled 
on/before 
April 1986 

OBSOLETE 

121D TEMPORARY RUST PREVENTIVE Cancelled 
on/before 
April 1986 

DEF 2331-A 

122C LANOLIN Cancelled 
on/before 
April 1986 

B.S. 3488 

123A SOLVENT NAPTHA Cancelled 
on/before 

B.S. 479 



DTD 
No Title Status Replacement 

April 1986 

124A HOT ROLLED OR COLD ROLLED 
CARBON STEEL SHEETS AND 
STRIPS OF 40-55 TONS 0.1% 
PROOF STRESS 

Cancelled 
on/before 
April 1986 

B.S. S.514 
(OBSOLESCENT) 

125 HARD ROLLED MAGNESIUM ALLOY 
SHEETS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

126A 40 TON CARBON STEEL Cancelled 
on/before 
April 1986 

B.S. S.92 
(OBSOLESCENT) 

127 MAGNESIUM ALLOY BARS Cancelled 
on/before 
April 1986 

B.S. L.512 

128 ALUMINIUM ALLOY FORGINGS Cancelled 
on/before 
April 1986 

OBSOLETE 

129 MAGNESIUM ALLOY BARS Cancelled 
on/before 
April 1986 

OBSOLETE 

130B ALUMINIUM-COPPER-NICKEL-
MAGNESIUM-IRON-SILICON ALLOY 
FORGING STOCK, BARS, 
EXTRUDED SECTIONS AND 
FORGINGS (SOLUTION TREATED 
AND PRECIPITATION TREATED) 

Cancelled 
on/before 
April 1986 

B.S. L.83 

131B ALUMINIUM ALLOY SAND OR DIE 
CASTINGS (HEAT TREATED) 
(SUITABLE FOR PISTONS) 

Cancelled 
on/before 
April 1986 

B.S. L.52 



DTD 
No Title Status Replacement 

132 ALUMINIUM ALLOY FORGINGS 
(SUITABLE FOR PISTONS) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

133C ALUMINIUM ALLOY SAND OR DIE 
CASTINGS (HEAT TREATED) 

Cancelled 
on/before 
April 1986 

B.S. L.51 

134 STANDARD FUEL FOR AIRCRAFT 
ENGINES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

135 ALUMINIUM-NICKEL BRONZE 
FORGINGS FOR EXHAUST VALVE 
SEATS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

136B MAGNESIUM ALLOY CASTINGS Cancelled 
on/before 
April 1986 

OBSOLETE 

137A HOT ROLLED OR COLD ROLLED 
CARBON STEEL SHEETS AND 
STRIPS (50 TO 65 TONS 0.1% 
PROOF STRESS) 

Cancelled 
on/before 
April 1986 

B.S. S.516 
(OBSOLESCENT) 

138A HOT ROLLED OR COLD ROLLED 
CARBON STEEL SHEETS AND 
STRIPS (65 TO 75 TONS 0.1% 
PROOF STRESS) 

Cancelled 
on/before 
April 1986 

B.S. S.517 

139 PLASTIC WOOD Cancelled 
on/before 
April 1986 

OBSOLETE 

140C MAGNESIUM-1½% MANGANESE 
ALLOY AND CASTINGS (AS CAST) 

Cancelled 
on/before 
April 1986 

OBSOLETE 



DTD 
No Title Status Replacement 

141 COLD ROLLED, CLOSE ANNEALED 
MILD STEEL SHEETS (FOR LOW 
STRESSED AIRCRAFT PARTS) 

Cancelled 
on/before 
April 1986 

B.S. S.511 
(OBSOLESCENT) 

142B BARS AND EXTRUDED SECTIONS 
OF MAGNESIUM - 1½% 
MANGANESE ALLOY 

Obsolete 
April 1999 
Available 
in PDF 

 

143C ANTI-FREEZING GREASE Cancelled 
on/before 
April 1986 

OBSOLETE 

144 CHROMIUM-NICKEL NON-
CORROSIVE STEEL SHEETS AND 
STRIPS OF 9 TONS 0.1% PROOF 
STRESS 

Cancelled 
on/before 
April 1986 

B.S. S.526 AND 
S.527 

145 NITRO-CELLULOSE 
IDENTIFICATION COLOUR 
(YELLOW) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

146A HIGH CHROMIUM NON-
CORRODIBLE STEEL SHEETS AND 
STRIPS OF 30 TONS 0.1% PROOF 
STRESS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

147 LIGHT ALLOY AIRSCREW 
FORGINGS (FAIREY REED TYPE) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

148 ALUMINIUM RIVETS Cancelled 
on/before 
April 1986 

B.S. L.36 

149 50 TON STEEL TUBES Cancelled 
on/before 
April 1986 

DTD 167 



DTD 
No Title Status Replacement 

150A MATERIAL SPECIFICATION LIGHT 
ALLOY AIRSCREW FORGINGS 
(DETACHABLE BLADES) 

Obsolete 
April 1999 
Available 
in PDF 

 

151 NOT ISSUED Not 
Issued 

- 

152 NOT ISSUED Not 
Issued 

- 

153 BRIGHT STEEL BARS FOR PINS 
AND HIGH TENSILE BOLTS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

154B SULPHURIC ACID FOR 
ACCUMULATORS 

Cancelled 
on/before 
April 1986 

B.S. 3031 

155 HARD ROLLED BRONZE (GUN-
METAL) BARS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

156 CHROMIUM-NICKEL-NON-
CORROSIVE STEEL OF 9 TONS 
0.1% PROOF STRESS 

Cancelled 
on/before 
April 1986 

B.S. S.129 AND 
S.130 

157 NITRO-CELLULOSE 
IDENTIFICATION COLOUR (GREEN) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

158 NON-CORRODIBLE STEEL STRIP 
OF 35 TONS PROOF STRESS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

159 NOT ISSUED Not 
Issued 

- 



DTD 
No Title Status Replacement 

160 ALUMINIUM BRONZE FOR VALVE 
SEATS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

161A CORROSION-RESISTANT STEEL 
ROD AND WIRE (SUITABLE FOR 
LOCKING WIRE) 

Obsolete 
April 1999 
Available 
in PDF 

 

162A SHOCK ABSORBER CORD RINGS 
FOR GUN MOUNTINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

163A HIGH CHROMIUM NON-
CORRODIBLE STEEL STEAMLINE 
WIRES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

164A ALUMINIUM-NICKEL-IRON BRONZE 
BARS, FORGINGS AND STAMPINGS 

Obsolete 
April 1999 
Available 
in PDF 

 

165A ALUMINIUM 5% MAGNESIUM ALLOY 
INGOTS AND CASTINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

166B CHROMIUM-NICKEL NON-
CORRODIBLE STEEL SHEETS AND 
STRIPS OF 40 TO 50 TONS 0.1% 
PROOF STRESS 

Cancelled 
on/before 
April 1986 

B.S. S.524 AND 
S.525 

167A 45-TON CHROME-MOLYBDENUM 
STEEL TUBES (NOT SUITABLE FOR 
WELDING) 

Obsolete 
April 1999 
Available 
in PDF 

 

168 HIGH CHROMIUM NON-
CORRODIBLE STEEL SHEETS AND 

Cancelled 
on/before 

OBSOLETE 



DTD 
No Title Status Replacement 

STRIPS OF 60 TONS 0.1% PROOF 
STRESS 

April 1986 

169 IRON CASTINGS FOR CYLINDERS, 
PISTONS AND VALVE GUIDES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

170A HARD ALUMINIUM-MAGNESIUM 
ALLOY SHEETS AND STRIPS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

171B CHROMIUM-NICKEL NON-
CORRODIBLE STEEL SHEETS AND 
COILS OF 15 TONS 0.1% PROOF 
STRESS 

Cancelled 
on/before 
April 1986 

B.S. S.526 AND 
S.527 

172B HIGH TENSION ELECTRICAL 
IGNITION CABLES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

173 NOT ISSUED Not 
Issued 

- 

174A ALUMINIUM BRONZE SAND OR DIE 
CASTINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

175A HALF-HARD ALUMINIUM-
MAGNESIUM ALLOY SHEETS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

176A CHROMIUM-NICKEL NON-
CORRODIBLE STEEL OF 15 TONS 
0.1% PROOF STRESS 

Cancelled 
on/before 
April 1986 

B.S. S.129 AND 
S.130 

177A 7% MAGNESIUM-ALUMINIUM 
ALLOY SHEETS AND STRIPS 
(HARD) 

Cancelled 
on/before 
April 1986 

OBSOLETE 



DTD 
No Title Status Replacement 

178A 45 TON CHROME-MOLYBDENUM 
STEEL TUBES (SUITABLE FOR 
WELDING) 

Cancelled 
on/before 
April 1986 

B.S. T.53 

179 LIGHT ALLOY AIRSCREW 
FORGINGS (FAIREY REED TYPE) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

180C ALUMINIUM-3½% MAGNESIUM 
ALLOY SHEETS AND STRIPS 
(SOFT) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

181A NON-CORRODIBLE STEEL 
FLEXIBLE WIRE ROPE 

Cancelled 
on/before 
April 1986 

OBSOLETE 

182B ALUMINIUM 7% MAGNESIUM ALLOY 
SHEETS AND STRIPS (SOFT) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

183 NOT ISSUED Not 
Issued 

- 

184 LIGHT ALLOY AIRSCREW 
FORGINGS AND STAMPINGS 
(DETACHABLE BLADES AND 
COMPLETE AIRSCREWS) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

185A HIGH CHROMIUM NON-
CORRODIBLE STEEL RODS, 
WIRES, TUBES, RIVETS AND SPLIT 
PINS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

186B ALUMINIUM-7% MAGNESIUM 
ALLOY TUBES (HALF HARD) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

187A SPRING STEEL STRIPS Cancelled B.S. S.513 



DTD 
No Title Status Replacement 

on/before 
April 1986 

188A 55-65 TON MANGANESE-
MOLYBDENUM STEEL 

Cancelled 
on/before 
April 1986 

B.S. S.114 
(OBSOLESCENT) 

189A CHROMIUM-NICKEL CORROSION-
RESISTANT STEEL WIRE, RIVETS 
AND SPLIT PINS 

Obsolete 
April 1999 
Available 
in PDF 

 

190 7% MAGNESIUM ALLOY TUBES 
(ANNEALED) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

191 "Y" ALUMINIUM ALLOY FORGINGS 
AND STAMPINGS 

Cancelled 
on/before 
April 1986 

- 

193 NOT ISSUED Not 
Issued 

- 

194 7% MAGNESIUM-ALUMINIUM 
ALLOY BARS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

195 NON-CORRODIBLE STEEL STRIP 
OF 55 TONS 0.1% PROOF STRESS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

196A NICKEL-COPPER ALLOY COLD 
WORKED AND ANNEALED BAR AND 
WIRE 

Obsolete 
April 1999 
Available 
in PDF 

 

197A ALUMINIUM-NICKEL-IRON BRONZE 
BARS AND FORGINGS 

Obsolete 
April 1999 

 



DTD 
No Title Status Replacement 

Available 
in PDF 

198A 7% MAGNESIUM-ALUMINIUM 
ALLOY WIRE AND RIVETS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

199 50 TON HIGH CHROMIUM NON-
CORRODIBLE STEEL TUBES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

200B NICKEL-COPPER ALLOY COLD 
DRAWN AND STRESS RELIEVED 
BAR AND WIRE 

Obsolete 
April 1999 
Available 
in PDF 

 

201 CONTROLS LUBRICATING OIL Cancelled 
on/before 
April 1986 

DTD 417 

202 5% MAGNESIUM ALLOY WELDING 
ROD AND WIRE 

Cancelled 
on/before 
April 1986 

B.S. 1453/NG6 

203B 50-TON 12 PER CENT CHROMIUM 
CORROSION-RESISTANT STEEL 
TUBESQ 

Obsolete 
April 1999 
Available 
in PDF 

 

204B NICKEL-COPPER ALLOY COLD 
DRAWN WIRE FOR RIVETS 

Obsolete 
April 1999 
Available 
in PDF 

 

205 RUBBER WATCH HOLDER Cancelled 
on/before 
April 1986 

OBSOLETE 



DTD 
No Title Status Replacement 

206 WROUGHT LIGHT ALUMINIUM 
ALLOY SHEETS AND STRIPS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

207 35 TON CHROMIUM-NICKEL NON-
CORRODIBLE STEEL TUBES 

Cancelled 
on/before 
April 1986 

B.S. T.66 AND T. 
67 
(OBSOLESCENT) 

208 CADMIUM-COPPER ALLOY WIRES 
AND STRIPS 

Cancelled 
on/before 
April 1986 

B.S. 174 

209A SOFT ALUMINIUM ALLOY SHEETS 
AND STRIPS 

Cancelled 
on/before 
April 1986 

B.S. L.80 

210 NOT ISSUED Not 
Issued 

- 

211 50 TON CHROMIUM-NICKEL NON-
CORRODIBLE STEEL TUBES 

Cancelled 
on/before 
April 1986 

B.S.T68 AND T.69 
(OBSOLESCENT) 

212 RUBBER SPARKING PLUG COVERS Cancelled 
on/before 
April 1986 

OBSOLETE 

213A ALUMINIUM-MANGANESE ALLOY 
SHEETS AND COILS 

Cancelled 
on/before 
April 1986 

B.S. L.59 

214 MATERIAL SPECIFICATION WHITE 
METAL INGOTS (SUITABLE FOR 
BEARINGS) 

Obsolete 
April 1999 
Available 
in PDF 

 

215A CARBON STEEL WIRE AND 
SPRINGS (HARD DRAWN) 

Cancelled 
on/before 

B.S. S.201 



DTD 
No Title Status Replacement 

April 1986 

216A SYNTHETIC RESIN BONDED 
FABRIC MOULDINGS FOR 
MAGNETO GEAR WHEELS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

217 CADMIUM ALLOY INGOTS Cancelled 
on/before 
April 1986 

OBSOLETE 

218D LAMINATED SAFETY GLASS Obsolete 
April 1999 
Available 
in PDF 

 

219A CORK JOINTING MATERIAL Cancelled 
on/before 
April 1986 

DEF 19-A 

220A WROUGHT LIGHT ALUMINIUM 
ALLOY TUBES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

221A CADMIUM-ZINC SOLDER Cancelled 
on/before 
April 1986 

OBSOLETE 

222A PLANE SAFETY GLASS FOR 
GOGGLES AND SPECTABLES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

223 GLYCERIN Cancelled 
on/before 
April 1986 

OBSOLETE 

224 77 OCTANE STANDARD FUEL FOR 
AERO ENGINES 

Cancelled 
on/before 
April 1986 

OBSOLETE 



DTD 
No Title Status Replacement 

225 HIGH CHROMIUM NON-
CORRODIBLE STEEL SHEETS AND 
STRIPS OF 20 TONS 0.1% PROOF 
STRESS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

226B PAINT REMOVER Cancelled 
on/before 
April 1986 

DEF 1443 

227A RUBBER GASKETS FOR MAGNETO 
TERMINALS ETC 

Cancelled 
on/before 
April 1986 

OBSOLETE 

228 55-56 TONS NICKEL-CHROMIUM 
MOLYBDENUM STEEL 

Cancelled 
on/before 
April 1986 

OBSOLETE 

229A LEAD BRONZE INGOTS AND BARS Cancelled 
on/before 
April 1986 

OBSOLETE 

230 87 OCTAINE STANDARD FUEL FOR 
AERO-ENGINES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

231 10% SILICON-ALUMINIUM ALLOY 
CASTINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

232 45% NICKEL ALLOY SHEETS AND 
STRIPS OF 40-50 TONS 0.1% 
PROOF STRESS 

Obsolete 
April 1999 
Available 
in PDF 

 

233 CAST IRON PISTON RING POTS 
(CENTRIFUGALLY CAST) 

Cancelled 
on/before 
April 1986 

B.S. H.C.402 



DTD 
No Title Status Replacement 

234B CLEAR VARNISH FOR INTERNAL 
PROTECTION OF DRINKING WATER 
TANKS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

235B LOW TEMPERATURE STOVING 
ENAMEL (PRIMING AND FINISHING 
COATS) 

Cancelled 
on/before 
April 1986 

B.S. X.31 

236 NON-CORRODIBLE STEEL AERIAL 
WIRE 

Cancelled 
on/before 
April 1986 

OBSOLETE 

237 45 PER CENT NICKEL ALLOY 
SHEETS AND STRIPS OF 15 TONS 
0.1 PER CENT PROOF STRESS 

Obsolete 
April 1999 
Available 
in PDF 

 

238 ALUMINIUM ALLOY SAND OR DIE 
CASTINGS (AS CAST) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

239B CARBON STEEL WIRE AND 
SPRINGS 

Cancelled 
on/before 
April 1986 

B.S. S.203 

240 SILICON-ALUMINIUM ALLOY 
CASTINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

241 HIGH CARBON STEEL STRIP Cancelled 
on/before 
April 1986 

OBSOLETE 

242 NOT ISSUED Not 
Issued 

- 

243 ALUMINIUM ALLOY SAND OR DIE 
CASTINGS (HEAT TREATED) 

Cancelled 
on/before 

OBSOLETE 



DTD 
No Title Status Replacement 

April 1986 

244 AIR MINISTRY MATERIAL 
SPECIFICATION WHITE METAL 
BEARINGS 

Obsolete 
April 1999 
Available 
in PDF 

 

245A ALUMINIUM-SILICON INGOTS AND 
CASTINGS (HEAT TREATED) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

246C FORGING STOCK AND CRANKCASE 
FORGINGS OF ALUMINIUM - 
COPPER - NICKEL - MAGNESIUM - 
IRON - SILICON ALLOY (SOLUTION 
TREATED AND PRECIPITATION 
TREATED) (Cu 2.0, Ni 1.0, Mg 1.0, Si 
0.9, Fe 0.6) 

Obsolete 
April 1999 
Available 
in PDF 

 

247 HIGH THERMAL EXPANSION STEEL 
(SUITABLE FOR VALVE SEATS) 

Cancelled 
on/before 
April 1986 

B.S. S.131 

248 ALUMINIUM ALLOY SAND OR DIE 
CASTINGS (AS CAST) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

249 HARD ROLLED ALUMINIUM ALLOY 
SHEETS AND STRIPS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

250 ALUMINIUM ALLOY SAND OR DIE 
CASTINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

251D MATERIAL SPECIFICATION LOW 
PRESSURE FLEXIBLE OXYGEN 
TUBING (MARK III) 

Obsolete 
April 1999 
Available 

 



DTD 
No Title Status Replacement 

in PDF 

252 ALUMINIUM ALLOY BARS, 
EXTRUDED SECTIONS AND 
FORGINGS 

Cancelled 
on/before 
April 1986 

B.S. L.168 

253A ALUMINIUM-NICKEL-SILICON 
BRASS TUBES (LOW PRESSURE) 

Obsolete 
April 1999 
Available 
in PDF 

 

254 75 TON NICKEL CHROMIUM STEEL 
TUBES 

Cancelled 
on/before 
April 1986 

B.S. T.57 
(OBSOLESCENT) 

255 ALUMINIUM ALLOY DIE CASTINGS Cancelled 
on/before 
April 1986 

B.S. L.52 

256D BRAIDED (PLAITED) CORD, FOR 
TOWED TARGETS 

Cancelled 
on/before 
April 1986 

B.S. F.59 

257 NOT ISSUED Not 
Issued 

- 

258A ITALIAN HEMP ROPES (PLAITED) Obsolete 
April 1999 
Available 
in PDF 

 

259A MAGNESIUM-ALUMINIUM-ZINC-
ALLOY BARS AND SECTIONS 

Cancelled 
on/before 
April 1986 

B.S. L.512 

260B PIGMENTED OIL VARNISHES AND 
PRIMER 

Cancelled 
on/before 
April 1986 

DEF STAN 80-50 



DTD 
No Title Status Replacement 

261 ALLOY STEEL BARS Cancelled 
on/before 
April 1986 

OBSOLETE 

262 NOT ISSUED Not 
Issued 

- 

263 SILICON BRASS SHEETS 
(ANNEALED) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

264A ALUMINIUM-SILVER-NICKEL ALLOY 
INGOTS AND CASTINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

265A HARD DRAWN PHOSPOR-BRONZE 
BARS AND TUBES (SUITABLE FOR 
BUSHES ETC) BARS NOT 
EXCEEDING 2½" DIAMETER 

Obsolete 
April 1999 
Available 
in PDF 

 

266 HALF-HARD ALUMINIUM ALLOY 
SHEETS AND STRIPS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

267 SILICON-BRASS SHEETS (HALF-
HARD) (FOR SHEETS NOT OVER 24 
INCHES WIDE) 

Obsolete 
April 1999 
Available 
in PDF 

 

268 45% NICKEL ALLOY RODS, WIRE 
TUBES, RIVETS AND SPLIT PINS 

Obsolete 
April 1999 
Available 
in PDF 

 

269 ALUMINIUM ALLOY SAND OR DIE 
CASTINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 



DTD 
No Title Status Replacement 

270 ALUMINIUM ALLOY SHEETS AND 
STRIPS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

271 NON-CORRODIBLE STEEL STRIPS 
(SUITABLE FOR MAGNETO 
CONTACT BREAKER SPRINGS) 

Obsolete 
April 1999 
Available 
in PDF 

 

272A ALUMINIUM-SILICON-COPPER 
ALLOY INGOTS AND CASTINGS 
(SOLUTION TREATED) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

273 ALUMINIUM ALLOY TUBES Cancelled 
on/before 
April 1986 

OBSOLETE 

274 LEAD BRONZE INGOTS AND BARS Cancelled 
on/before 
April 1986 

OBSOLETE 

275 ALUMINIUM COATED ALUMINIUM 
ALLOY SHEETS AND STRIPS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

276A ALUMINIUM-SILICON-COPPER 
ALLOY INGOTS AND CASTINGS 
(FULLY HEAT-TREATED) 

Cancelled 
on/before 
April 1986 

B.S. L.78 

277 CAST IRON PISTON RING POTS 
(CHILL CAST) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

278 SOFT ALUMINIUM ALLOY SHEETS 
AND STRIPS 

Cancelled 
on/before 
April 1986 

B.S. L.80 

279C PIGMENTED LANOLIN-RESIN- Cancelled DEF STAN 80-83 



DTD 
No Title Status Replacement 

SOLUTION on/before 
April 1986 

280 ALUMINIUM ALLOY BARS 
(EXTRUDED OR ROLLED) AND 
EXTRUDED SECTIONS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

281A MAGNESIUM ALLOY CASTINGS 
(SOLUTION HEAT-TREATED) 

Cancelled 
on/before 
April 1986 

B.S. L.124 

282 HIGH CHROMIUM STEEL VALVE 
FORGINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

283A ALUMINIUM-NICKEL-SILICON 
BRASS SHEETS (ANNEALED) (FOR 
SHEETS NOT OVER 24 INCHES 
WIDE) 

Obsolete 
April 1999 
Available 
in PDF 

 

284 NOT ISSUED Not 
Issued 

OBSOLETE 

285A MAGNESIUM ALLOY CASTINGS 
(FULLY HEAT-TREATED) 

Cancelled 
on/before 
April 1986 

B.S. L.125 

286A 55-65 CHROMIUM MOLYBDENUM 
STEEL 

Cancelled 
on/before 
April 1986 

OBSOLETE 

287 ALUMINIUM ALLOY SAND OR DIE 
CASTINGS 

Cancelled 
on/before 
April 1986 

B.S. L.51 

288 NOT ISSUED Not 
Issued 

- 



DTD 
No Title Status Replacement 

289A MAGNESIUM ALLOY CASTINGS 
(SOLUTION HEAT-TREATED) 

Cancelled 
on/before 
April 1986 

B.S. L.122 

290 ALUMINIUM ALLOY BARS FOR 
MACHINING AND EXTRUDED 
SECTIONS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

291 NOT ISSUED Not 
Issued 

- 

292 SOFT ALUMINIUM ALLOY SHEETS 
AND STRIPS 

Cancelled 
on/before 
April 1986 

B.S. L.80 

293 ALUMINIUM ALLOY BARS, 
EXTRUDED SECTIONS AND 
FORGINGS 

Cancelled 
on/before 
April 1986 

B.S. L.83 
(OBSOLESCENT) 

294 ALUMINIUM ALLOY SAND OR DIE 
CASTINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

295A TUBBER PROOFED FABRIC FOR 
RIVETED TANKS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

296 HALF-HARD ALUMINIUM ALLOY 
SHEETS OR STRIPS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

297A ALUMINIUM-7PER CENT 
MAGNESIUM ALLOY BARS, 
EXTRUDED SECTIONS AND 
FORGINGS 

Obsolete 
April 1999 
Available 
in PDF 

 

298B ALUMINIUM-4.5% COPPER ALLOY 
INGOTS AND CASTINGS (14 TONS) 

Cancelled 
on/before 

B.S. L.91 



DTD 
No Title Status Replacement 

(HEAT TREATED) April 1986 

299 MILD STEEL BARS, FORGINGS AND 
TUBES (SUITABLE FOR BEARING 
SHELLS) 

Cancelled 
on/before 
April 1986 

B.S. S.91 

300A ALUMINIUM ALLOY SAND OR DIE 
CASTINGS (HEAT-TREATED) 

Cancelled 
on/before 
April 1986 

B.S. L.53 

301 HIGH CHROMIUM NON-
CORRODIBLE STEEL TIE RODS 
(SWAGED) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

302 MAHOGANY SUBSTITUTES (FOR 
USE IN AIRSCREWS) 

Cancelled 
on/before 
April 1986 

B.S. V.7 

303 5% MAGNESIUM-ALUMINIUM 
ALLOY WIRE AND RIVETS 

Cancelled 
on/before 
April 1986 

B.S. L.58 

304B ALUMINIUM-4.5% COPPER ALLOY 
INGOTS AND CASTINGS (18 TONS) 
(SOLUTION TREATED AND 
PRECIPITATION TREATED) 

Cancelled 
on/before 
April 1986 

B.S. L.92 
(OBSOLESCENT) 

305 30 TON CARBON STEEL TUBES 
(SUITABLE FOR WELDING) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

306 60-70 TON CHROMIUM 
MOLYBDENUM STEEL (SUITABLE 
FOR NITROGEN HARDENING) 

Cancelled 
on/before 
April 1986 

B.S. S.106 

307 SILICON-BRASS TUBES 
(ANNEALED) 

Cancelled 
on/before 
April 1986 

OBSOLETE 



DTD 
No Title Status Replacement 

308 MATT CELLULOSE FINISHES AND 
PRIMER 

Cancelled 
on/before 
April 1986 

B.S. X.27 

309 ALUMINIUM ALLOY SAND OR DIE 
CASTINGS (HEAT-TREATED) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

310C SOFT ALUMINIUM ALLOY TUBES Cancelled 
on/before 
April 1986 

B.S. L.56 

311 SILICON-CHROMIUM VALVE STEEL 
FORGINGS OR STAMPINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

312 HARD DRAWN SILICON-BRASS 
TUBES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

313 ALUMINIUM ALLOY SAND OR DIE 
CASTINGS (AS CAST) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

314B MATT PIGMENTED OIL VARNISHES 
AND PRIMER 

Cancelled 
on/before 
April 1986 

B.S. X.28 

315 PIGMENTED CELLULOSE ACETATE 
SHEET 

Cancelled 
on/before 
April 1986 

OBSOLETE 

316 CHROMIUM-NICKEL ALLOY 
SHEETS AND STRIPS OF 10 TONS 
0.1% PROOF STRESS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

317A 45-55 TON CHROMIUM-
MOLYBDENUM STEEL 

Cancelled 
on/before 

OBSOLETE 



DTD 
No Title Status Replacement 

April 1986 

318A TIN-IRON BRASS TUBES Cancelled 
on/before 
April 1986 

OBSOLETE 

319 ALUMINIUM-NICKEL-SILICON 
BRASS BARS 

Obsolete 
April 1999 
Available 
in PDF 

 

320A L.T.VARNISHED INSULATING 
TUBING 

Cancelled 
on/before 
April 1986 

B.S. 2848 AND 
6746 

321 NOT ISSUED Not 
Issued 

- 

322 NOT ISSUED Not 
Issued 

- 

323B ALUMINIUM-NICKEL-SILICON 
BRASS TUBES 

Cancelled 
on/before 
April 1986 

DTD 5019 

324B FORGING STOCK AND FORGINGS 
FOR ENGINE CYLINDERS AND 
PISTONS OF ALUMINIUM-SILICON-
MAGNESIUM-COPPER-NICKEL 
ALLOY (SOLUTION TREATED AND 
PRECIPITATION TREATED (Si 11.5, 
Mg 1.1, Cu 1.0, Ni 1.0) 

Obsolete 
April 1999 
Available 
in PDF 

 

325A MAGNESIUM ALLOY INGOTS AND 
CASTINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

326A 12% CHROMIUM STEEL WIRE FOR Obsolete  



DTD 
No Title Status Replacement 

SPRINGS (CORROSION 
RESISTANT) (NOT SUITABLE FOR 
ENGINE VALVE SPRINGS) 

April 1999 
Available 
in PDF 

327 ALUMINIUM ALLOY WIRE AND 
RIVETS 

Cancelled 
on/before 
April 1986 

B.S. L.86 

328A NICKEL-CHROMIUM-IRON ALLOY 
SHEETS AND STRIPS (HOT OR 
COLD ROLLED AND SOFTENED) 

Obsolete 
April 1999 
Available 
in PDF 

 

329D RUBBER TUBING FOR AUTOMATIC 
CONTROLS 

Obsolete 
April 1999 
Available 
in PDF 

 

330 SOFT IRON SHEETS, STRIPS, BARS 
AND TUBES 

Cancelled 
on/before 
April 1986 

DTD 5092 DTD 
5102 

331 80-92 TON NICKEL-CHROMIUM 
STEEL 

Cancelled 
on/before 
April 1986 

B.S. S.99 

332 NOT ISSUED Not 
Issued 

- 

333 NOT ISSUED Not 
Issued 

- 

334 AUSTENITIC CAST IRON POTS 
(CENTRIFUGALLY CAST) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

335 SYNTHETIC RESIN GLUES Cancelled 
on/before 

OBSOLETE 



DTD 
No Title Status Replacement 

April 1986 

336E ROTPROOFED AND 
WATERPROOFED COTTON FABRIC 

Cancelled 
on/before 
April 1986 

B.S. F.117 

337A RUBBER PADS FOR BOMB SIGHT 
BRACKETS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

338A ANTI-MISTING COMPOUND Cancelled 
on/before 
April 1986 

OBSOLETE 

339C PLASTICISED POLYMETHYL 
METHACRYLATE SHEETS, PANELS 
AND SHAPINGS, GRADE A, FOR 
AIRCRAFT GLAZING 

Cancelled 
on/before 
April 1986 

OBSOLETE 

340 NOT ISSUED Not 
Issued 

- 

341 NICKEL-COPPER ALLOY TUBES 
FOR HONEYCOMB TYPE 
RADIATORS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

342 ALUMINIUM COATED ALUMINIUM 
ALLOY SHEETS AND STRIPS 

Cancelled 
on/before 
April 1986 

B.S. L.165 

343B LIGHT COTTON FABRIC Cancelled 
on/before 
April 1986 

B.S. F.114 

344A TREATED ETHYLENE GLYCOL Cancelled 
on/before 
April 1986 

OBSOLETE 



DTD 
No Title Status Replacement 

345 NOT ISSUED Not 
Issued 

- 

346A ALUMINIUM-MAGNESIUM-SILICON 
ALLOY SHEETS AND STRIPS 
(SOFT)(SUITABLE FOR WELDING) 

Cancelled 
on/before 
April 1986 

B.S. L.113 (IN 
SOFT 
CONDITION) 

347 50 TON CHROME-MOLYBDENUM 
STEEL TUBES 

Cancelled 
on/before 
April 1986 

B.S. T.77 

348A MAGNESIUM-ALUMINIUM-ZINC 
ALLOY TUBES 

Cancelled 
on/before 
April 1986 

B.S. L.503 

349 NOT ISSUED Not 
Issued 

- 

350A MAGNESIUM ALLOY CASTINGS Cancelled 
on/before 
April 1986 

OBSOLETE 

351 ALUMINIUM COATED ALUMINIUM 
ALLOY SHEETS AND STRIPS 

Cancelled 
on/before 
April 1986 

B.S. L.165 

352 NOT ISSUED Not 
Issued 

- 

353 NOT ISSUED Not 
Issued 

- 

354 CHROMIUM BRONZE BARS, 
EXTRUDED SECTIONS OF TUBES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

355 SILICON-IRON BRONZE CASTINGS Cancelled 
on/before 

OBSOLETE 



DTD 
No Title Status Replacement 

April 1986 

356 WROUGHT LIGHT ALUMINIUM 
ALLOY SHEETS AND STRIPS 

Cancelled 
on/before 
April 1986 

B.S. L.157 

357A RADIATOR LEAK COMPOUND Cancelled 
on/before 
April 1986 

OBSOLETE 

358 NOT ISSUED Not 
Issued 

- 

359 45 TON MANGANESE-
MOLYBDENUM OR CHROME-
MOLYBDENUM STEEL TUBES 

Cancelled 
on/before 
April 1986 

B.S. T.53 AND 
T.77 

360 NOT ISSUED Not 
Issued 

- 

361B ALUMINIUM 4.5% COPPER ALLOY 
INGOTS AND CASTINGS 
(SOLUTION TREATED AND 
PRECIPITATION TREATED) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

362 NOT ISSUED Not 
Issued 

- 

363A ALUMINIUM ALLOY EXTRUDED 
BARS AND SECTIONS 

Cancelled 
on/before 
April 1986 

DTD 5124 

364B ALUMINIUM ALLOY BARS, 
EXTRUDED SECTION AND 
FORGINGS 

Cancelled 
on/before 
April 1986 

B.S. L.168 

365 NOT ISSUED Not 
Issued 

- 



DTD 
No Title Status Replacement 

366 NOT ISSUED Not 
Issued 

- 

367 ALUMINIUM-NICKEL-SILICON 
BRASS WIRE AND RIVETS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

368 NOT ISSUED Not 
Issued 

- 

369B PIGMENTED VARNISH JOINTING 
COMPOUND 

Obsolete 
April 1999 
Available 
in PDF 

 

370 LAMINATED COMPRESSED WOOD Cancelled 
on/before 
April 1986 

OBSOLETE 

371 NOT ISSUED Not 
Issued 

- 

372B ALUMINIUM-MAGNESIUM-SILICON 
ALLOY EXTRUDED BARS AND 
SECTIONS (SUITABLE FOR 
WELDING) 

Obsolete 
April 1999 
Available 
in PDF 

 

373A BRAIDED RUBBER TUBING FOR 
BOMB SIGHT INSTALLATIONS 

Obsolete 
April 1999 
Available 
in PDF 

 

374 KAOLIN Cancelled 
on/before 
April 1986 

OBSOLETE 

375D RESIN Cancelled 
on/before 

OBSOLETE 



DTD 
No Title Status Replacement 

April 1986 

376 COTTON CORD FOR KITE 
BALLOONS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

377A ZINC CHROME Cancelled 
on/before 
April 1986 

B.S. 282/389 

378A COMPRESSED ASBESTOS FIBRE 
JOINTING 

Cancelled 
on/before 
April 1986 

B.S. F.125 

379 HEAVY COTTON TAPE Cancelled 
on/before 
April 1986 

OBSOLETE 

379 NOT ISSUED Not 
Issued 

- 

381 NOT ISSUED Not 
Issued 

- 

382A SILK FABRIC FOR PARACHUTES Cancelled 
on/before 
April 1986 

OBSOLETE 

383 CELLULOSE SHEET FOR USE AS A 
PROTECTIVE WRAPPING 

Cancelled 
on/before 
April 1986 

OBSOLETE 

384 NOT ISSUED Not 
Issued 

- 

385 ARTIFICIAL SILK FABRIC FOR 
PARACHUTES 

Cancelled 
on/before 
April 1986 

OBSOLETE 



DTD 
No Title Status Replacement 

386 DE-ICING SPIRIT FOR 
CARBURETTORS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

387 COPPER OR COPPER ALLOY 
TUBES FOR HONEYCOMB TYPE 
RADIATORS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

388 FLUID FOR OLEO SHOCK 
ABSORBER STRUTS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

389 ISO-PROPYL ALCOHOL (2-
PROPANOL) 

Cancelled 
on/before 
April 1986 

B.S. 1595 

390 ALUMINIUM-COATED ALUMINIUM-
ALLOY SHEETS AND COILS 

Cancelled 
on/before 
April 1986 

B.S. L.163 

391 FLUID FOR HYDRAULIC 
MECHANISMS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

392B ANTI-SEIZE COMPOUND: 
AIRCRAFT, GRAPHITE 
PETROLATUM NATO 

Cancelled 
on/before 
April 1986 

DEF STAN 80-80 

393 NOT ISSUED Not 
Issued 

- 

394 FLEXIBLE STEEL WIRE ROPES FOR 
KITE BALLOON CABLES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

395 ETHYLENE GLYCOL MONO-ETHYL 
ETHER 

Cancelled 
on/before 
April 1986 

B.S. 2713 



DTD 
No Title Status Replacement 

396 NOT ISSUED Not 
Issued 

- 

397 NOT ISSUED Not 
Issued 

- 

398 LOW TENSILE COLD HEADED 
STEEL BOLTS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

399A ENAMEL RESISTANT TO 
HYDRAULIC FLUIDS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

400A PETROL RESISTING PAINT Cancelled 
on/before 
April 1986 

DEF 1043 

401 HIGH TENSILE COLD HEADED 
STEEL BOLTS 

Cancelled 
on/before 
April 1986 

B.S. A.25 

402D BULLET RESISTANT SAFETY 
GLASS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

403 SILK FABRIC FOR KITE BALLOONS Cancelled 
on/before 
April 1986 

OBSOLETE 

404 HARD DRAWN HIGH TENSILE 7% 
MAGNESIUM-ALUMINIUM ALLOY 
WIRE AND RIVETS 

Cancelled 
on/before 
April 1986 

 

405 NOT ISSUED Not 
Issued 

- 

406B DE-ICING FLUID AL-5 Obsolete  



DTD 
No Title Status Replacement 

April 1999 
Available 
in PDF 

407A 4½ OZ COTTON TAPE AND 
SERRATED EDGE TAPE 

Cancelled 
on/before 
April 1986 

B.S. F.8 AND B.S. 
F.57 

408 75 TON MANGANESE-
MOLYBDENUM OR CHROME-
MOLYBDENUM STEEL TUBES 

Cancelled 
on/before 
April 1986 

B.S. T.60 

409 NOT ISSUED Not 
Issued 

- 

410 ALUMINIUM ALLOY BARS AND 
FORGINGS 

Cancelled 
on/before 
April 1986 

B.S. L.83 

411 RUBBER HOSE FOR USE WITH 
THYLENE GLYCOL 

Cancelled 
on/before 
April 1986 

B.S. F.67 

412 ALUMINIUM-BRONZE SAND OR DIE 
CASTINGS 

Obsolete 
April 1999 
Available 
in PDF 

 

413 CAST IRON PISTON RING POTS 
(SAND OR CHILL CAST) 

Obsolete 
April 1999 
Available 
in PDF 

 

414 NOT ISSUED Not 
Issued 

- 

415 NOT ISSUED Not 
Issued 

- 



DTD 
No Title Status Replacement 

416 COMPRESSED ASBESTOS FIBRE 
JOINTING WITH WIRE MESH 
INSERTION 

Cancelled 
on/before 
April 1986 

B.S. F.125 

417B LUBRICATING OIL, AIRCRAFT 
CONTROLS: ANTI-FREEZING JOINT 
SERVICES DESIGNATION OM-150 
NATO CODE NUMBER 0-140 

Obsolete 
April 1999 
Available 
in PDF 

 

418C 1.5 OZ SCOURED COTTON FABRIC Cancelled 
on/before 
April 1986 

B.S. F.115 

419 HIGH MELTING POINT GREASE Cancelled 
on/before 
April 1986 

OBSOLETE 

420C MATT PIGMENTED LANOLIN RESIN 
FINISHES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

421 VALCANISED EXPANDED RUBBER Cancelled 
on/before 
April 1986 

OBSOLETE 

422 LEAD BRONZE INGOTS AND BARS Cancelled 
on/before 
April 1986 

OBSOLETE 

423C ALUMINIUM-COPPER-SILICON-
MAGNESIUM ALLOY FORGING 
STOCK, BARS, EXTRUDED, 
SECTIONS AND FORGINGS 
(SOLUTION TREATED AND 
PRECIPITATION TREATED) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

424A ALUMINIUM-SILICON-COPPER 
ALLOY INGOTS AND CASTINGS (AS 

Cancelled 
on/before 

OBSOLETE 



DTD 
No Title Status Replacement 

CAST) April 1986 

425 NOT ISSUED Not 
Issued 

- 

426 ETHYL CELLULOSE Obsolete 
April 1999 
Available 
in PDF 

 

427A PLYWOOD FOR LIGHTLY 
STRESSED PARTS OF AIRCRAFT 

Cancelled 
on/before 
April 1986 

B.S. V.35 

428 ALUMINIUM ALLOY CASTINGS FOR 
LOW STRESSED PARTS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

429A COTTON CANVAS Cancelled 
on/before 
April 1986 

B.S. F.37 

430 NOT ISSUED Not 
Issued 

- 

431A FLAX WEBBING Cancelled 
on/before 
April 1986 

B.S. F.111 

432 COMMERCIAL QUALITY 20 TON 
STEEL TUBES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

433 NOT ISSUED Not 
Issued 

- 

434 NOT ISSUED Not 
Issued 

- 



DTD 
No Title Status Replacement 

435 NOT ISSUED Not 
Issued 

- 

437 CORROSION INHIBITOR FOR 
AERO-ENGINES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

438 GRAPHITE WAX Cancelled 
on/before 
April 1986 

OBSOLETE 

439 EXPANDED RUBBER SHEET Cancelled 
on/before 
April 1986 

OBSOLETE 

440 11/15 ALUMINIUM ALLOY TUBES Cancelled 
on/before 
April 1986 

OBSOLETE 

441 DISTEMPER MAT FINISH Cancelled 
on/before 
April 1986 

DEF STAN 80-110 

442 LAMINATED SYNTHETIC RESIN 
BONDED MOULDINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

443A ALUMINIUM-COPPER-SILICON-
MAGNESIUM ALLOY BARS AND 
EXTRUDED SECTIONS (SOLUTION 
TREATED AND AGED AT ROOM 
TEMPERATURE) 

Cancelled 
on/before 
April 1986 

B.S. L.84 

444 NOT ISSUED Not 
Issued 

- 

445A CLEANING MATERIAL FOR DOPE 
AND PAINTWORK 

Cancelled 
on/before 

OBSOLETE 



DTD 
No Title Status Replacement 

April 1986 

446 VALCANISED RUBBER SHEET Cancelled 
on/before 
April 1986 

OBSOLETE 

447 NOT ISSUED Not 
Issued 

- 

448D ROTPROOFED AND 
WATERPROOFED COTTON DUCK 

Cancelled 
on/before 
April 1986 

B.S. F.55 

449 SILICATE PAINT FOR TIMBER Cancelled 
on/before 
April 1986 

OBSOLETE 

450A ALUMINIUM-COPPER-MAGNESIUM-
SILICON ALLOY TUBES (SOLUTION 
TREATED AND AGED AT ROOM 
TEMPERATURE) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

451 SYNTHETIC RESIN (PHENOLIC) 
MOULDING MATERIALS AND 
MOULDINGS 

Cancelled 
on/before 
April 1986 

B.S.771, TYPE GX 
AND B.S. PL.1 

452 SYNTHETIC RESIN (PHENOLIC) 
MOULDING MATERIALS AND 
MOULDINGS 

Cancelled 
on/before 
April 1986 

B.S. 771, TYPE 
MS AND B.S. PL1 

453 SYNTHETIC RESIN (PHENOLIC) 
MOULDING MATERIALS AND 
MOULDINGS 

Cancelled 
on/before 
April 1986 

B.S. 771, TYPE 
MHS AND B.S. 
PL.1 

454 SYNTHETIC RESIN (PHENOLIC) 
MOULDING MATERIALS AND 
MOULDINGS 

Cancelled 
on/before 
April 1986 

B.S. 771, TYPE 
HS AND B.S. PL.1 



DTD 
No Title Status Replacement 

455 NOT ISSUED Not 
Issued 

- 

456 NOT ISSUED Not 
Issued 

- 

457 NOT ISSUED Not 
Issued 

- 

458A RUBBER PARTS FOR USE WITH 
MINERAL BASE HYDRAULIC FLUID 

Obsolete 
April 1999 
Available 
in PDF 

 

459 LEAD BRONZE SEAL RING POTS 
(SAND OR CHILL CAST) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

460A ALUMINIUM-COPPER-MAGNESIUM-
SILICON ALLOY TUBES (SOLUTION 
TREATED AND PRECIPITATION 
TREATED) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

461 55-65 TON 1% CHROMIUM STEEL Cancelled 
on/before 
April 1986 

OBSOLETE 

462 HIGH CHROMIUM ALLOY CAST 
IRON (SUITABLE FOR PISTON RING 
POTS) (CENTRIFUGALLY CAST) 

Obsolete 
April 1999 
Available 
in PDF 

 

463 55-70 TON NON-CORRODIBLE 
STEEL 

Cancelled 
on/before 
April 1986 

B.S. S.80 

464A ALUMINIUM ALLOY TUBES Cancelled 
on/before 

B.S. L.63 



DTD 
No Title Status Replacement 

April 1986 

465 NOT ISSUED Not 
Issued 

- 

466 NOT ISSUED Not 
Issued 

- 

467 NOT ISSUED Not 
Issued 

- 

468 NOT ISSUED Not 
Issued 

- 

469 DOUGLAS FIR (AS USED IN 
AIRCRAFT PARTS) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

470 55 TO 65 TON CHROMIUM-
MOLYBDENUM STEEL 

Cancelled 
on/before 
April 1986 

OBSOLETE 

471A SILICA GEL Cancelled 
on/before 
April 1986 

B.S. M.22 

472 AERO-ENGINE LUBRICATING OILS Cancelled 
on/before 
April 1986 

D.ENG.R.D.2472 

473 75-85 TON NICKEL CHROMIUM 
MOLYBDENUM STEEL 

Cancelled 
on/before 
April 1986 

B.S. S.98 
(OBSOLESCENT) 

474 LINATEX RUBBER SHEET Cancelled 
on/before 
April 1986 

OBSOLETE 

475 NOT ISSUED Not - 



DTD 
No Title Status Replacement 

Issued 

476 NOT ISSUED Not 
Issued 

- 

477 HIGH NICKEL-COPPER ALLOY 
TUBES 

Obsolete 
April 1999 
Available 
in PDF 

 

478 99% SECONDARY ALUMINIUM 
NOTCHED BARS AND INGOTS FOR 
REMELTING 

Cancelled 
on/before 
April 1986 

OBSOLETE 

479 SECONDARY ALUMINIUM ALLOY 
NOTCHED BARS AND INGOTS FOR 
REMELTING 

Cancelled 
on/before 
April 1986 

OBSOLETE 

480 55-66 TON 1½% NICKEL CHROMIUM 
MOLYBDENUM STEEL 

Cancelled 
on/before 
April 1986 

B.S. S.95 
(OBSOLESCENT) 

481E BRAIDED NYLON CORDAGE. 60 
DENIER YARN 

Cancelled 
on/before 
April 1986 

DTD.5620 

482 PRE-COATED FABRIC Cancelled 
on/before 
April 1986 

OBSOLETE 

483 RUBBER PROOFED SILK FABRIC Cancelled 
on/before 
April 1986 

OBSOLETE 

484 COLD SETTING SYNTHETIC RESIN 
CEMENT (GAP FILLING) 

Cancelled 
on/before 
April 1986 

B.S. 1204 



DTD 
No Title Status Replacement 

485A CAST IRON PISTON RING POTS 
(CENTRIFUGALLY CAST) 

Cancelled 
on/before 
April 1986 

B.S. HC.403 

486 LIGHTWEIGHT SILK FABRIC Cancelled 
on/before 
April 1986 

OBSOLETE 

487 NICKEL-COPPER-ALUMINIUM 
ALLOY COLD-HEADED BOLTS (NOT 
EXCEEDING 5/8 IN. DIAMETER) 

Obsolete 
April 1999 
Available 
in PDF 

 

488 CARBON STEEL STRIPS (SUITABLE 
FOR MAGNETO CONTACT 
BREAKER SPRINGS) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

489 CHROMIUM NICKEL HEAT-
RESISTING STEEL RODS AND WIRE 

Cancelled 
on/before 
April 1986 

OBSOLETE 

490 55-56 TON 2½% NICKEL 
CHROMIUM-MOLYBDENUM STEEL 
(MEDIUM CARBON) 

Cancelled 
on/before 
April 1986 

B.S. S.154 

491 CHROMIUM-NICKEL HEAT-
RESISTING STEEL TUBES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

492 COTTON WEBBING Cancelled 
on/before 
April 1986 

OBSOLETE 

493 CHROMIUM-NICKEL HEAT-
RESISTING STEEL SHEETS AND 
COILS 

Cancelled 
on/before 
April 1986 

B.S. S.530 AND 
S.531 
(OBSOLESCENT) 

494 RUBBER PROOFED COTTON Cancelled DTD 537 



DTD 
No Title Status Replacement 

FABRIC on/before 
April 1986 

495 CALCIUM CHROMATE (FOR 
CORROSION ENHIBITOR 
CARTRIDGES) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

496 INSULATING MATERIAL GRADE 'A' 
FOR MOULDINGS IN AIRCRAFT 

Cancelled 
on/before 
April 1986 

B.S. 771 TYPE HD 

497 INSULATING MATERIAL GRADE 'B' 
FOR IMPACT RESISTING 
MOULDINGS IN AIRCRAFT 
ELECTRICAL ACCESSORIES 

Cancelled 
on/before 
April 1986 

B.S. 771, TYPE 
HS 

498 SILICON-NICKEL-COPPER ALLOY 
BARS AND FORGINGS 

Obsolete 
April 1999 
Available 
in PDF 

 

499 SCOURED COTTON FABRIC (1.7 
OZ) 

Cancelled 
on/before 
April 1986 

B.S. F.57 

500 80-90 TON 2½% NICKEL-
CHROMIUM-MOLYBDENUM STEEL 
(HIGH CARBON) 

Cancelled 
on/before 
April 1986 

B.S. S.99 

501 COMMERCIAL QUALITY 35 TON 
STEEL TUBES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

502 NOT ISSUED Not 
Issued 

- 

503A STEEL TUBES FOR HIGH-
PRESSURE HYDRAULIC SYSTEMS 

Obsolete 
April 1999 

 



DTD 
No Title Status Replacement 

Available 
in PDF 

504 COPPER-NICKEL-SILICON ALLOY 
BARS 

Obsolete 
April 1999 
Available 
in PDF 

 

505 NOT ISSUED Not 
Issued 

- 

506 NOT ISSUED Not 
Issued 

- 

507A COMMERCIAL QUALITY 40 TON 
NON-CORRODIBLE STEEL TUBES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

508 NOT ISSUED Not 
Issued 

- 

509 NOT ISSUED Not 
Issued 

- 

510 40-50 TON MANGANESE-NICKEL-
MOLYBDENUM STEEL 

Cancelled 
on/before 
April 1986 

OBSOLETE 

511 NOT ISSUED Not 
Issued 

- 

512 NOT ISSUED Not 
Issued 

- 

513 INSULATING MATERIAL GRADE 'K' 
FOR MEDIUM IMPACT RESISTING 
MOULDINGS IN AIRCRAFT 
ELECTRICAL ACCESSORIES AND 

Cancelled 
on/before 
April 1986 

B.S. 771, TYPE 
MS 



DTD 
No Title Status Replacement 

INSTRUMENTS 

514A NYLON YARN Cancelled 
on/before 
April 1986 

OBSOLETE 

515A CELLULAR RUBBER SHEET Cancelled 
on/before 
April 1986 

OBSOLETE 

516 NOT ISSUED Not 
Issued 

- 

517A MATT PIGMENT SYNTHETIC RESIN 
PRIMER AND FINISH (QUICK 
DRYING) 

Cancelled 
on/before 
April 1986 

DEF STAN 80-50 

518 RUBBER PROOFED COTTON 
CONVAS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

519 3% NICKEL-CHROMIUM CASE-
HARDENING 

Cancelled 
on/before 
April 1986 

B.S. S.157 

520 23/27 ALUMINIUM ALLOY TUBES Cancelled 
on/before 
April 1986 

OBSOLETE 

521 NOT ISSUED Not 
Issued 

- 

522 INSULATING MATERIAL GRADE 'E' 
FOR IMPACT AND ACID RESISTING 
MOULDINGS FOR AIRCRAFT 
ACCUMULATOR COVERS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

523 COLD HEADED ALUMINIUM ALLOY Cancelled OBSOLETE 



DTD 
No Title Status Replacement 

BOLTS on/before 
April 1986 

524B COTTON FABRIC FOR BALLOONS 
AND DINGHIES 

Cancelled 
on/before 
April 1986 

B.S. F.57 

525 45-55 TON NON-CORRODIBLE 
STEEL (FREE MACHINING) 

Cancelled 
on/before 
April 1986 

B.S. S.124 
(OBSOLESCENT) 

526C RAYON FABRIC (SCOURED OR 
SCOURED AND DYED) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

527 FRENCH CHALK OR FRENCH 
CHALK SUBSTITUTE 

Cancelled 
on/before 
April 1986 

DEF 98-B 

528 RUBBER PROOFED COTTON 
FABRIC 

Cancelled 
on/before 
April 1986 

DTD 537 

529 CHROMIUM-NICKEL HEAT 
RESISTING STEEL BARS AND 
FORGINGS 

Cancelled 
on/before 
April 1986 

B.S. S.125, S.126, 
S.127 AND S.128 
(OBSOLESCENT) 

530 NOT ISSUED Not 
Issued 

- 

531B PROOFED COTTON FABRIC Cancelled 
on/before 
April 1986 

DTD 537 

532 RUBBER PROOFED SILK FABRIC Cancelled 
on/before 
April 1986 

OBSOLETE 



DTD 
No Title Status Replacement 

533 FRENCH CHALK OR FRENCH 
CHALK SUBSTITUTE AND RED 
OXIDE OF IRON MIXTURE 

Cancelled 
on/before 
April 1986 

OBSOLETE 

534 JUTE WEBBING Cancelled 
on/before 
April 1986 

OBSOLETE 

535 COMMERCIAL QUALITY 35 TON 
STEEL TUBES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

536 COTTON FABRIC Cancelled 
on/before 
April 1986 

OBSOLETE 

537E PROOFED FABRIC AND TAPE FOR 
INFLATABLE LIFERAFT EQUIPMENT 

Obsolete 
April 1999 
Available 
in PDF 

 

538 NOT ISSUED Not 
Issued 

- 

539A HIGH ALTITUDE CONTROLS 
LUBRICANTS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

540 LINEN FABRIC AND TAPE Cancelled 
on/before 
April 1986 

B.S. F.1 

541 NOT ISSUED Not 
Issued 

- 

542 NOT ISSUED Not 
Issued 

- 



DTD 
No Title Status Replacement 

543A ALUMINIUM ALLOY INGOTS AND 
CASTINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

544 NOT ISSUED Not 
Issued 

- 

545 COMMERCIAL QUALITY 45 TON 
STEEL TUBES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

546B ALUMINIUM COATED HIGH TENSILE 
ALUMINIUM ALLOY SHEETS AND 
COILS 

Cancelled 
on/before 
April 1986 

B.S. L.152 

547 NOT ISSUED Not 
Issued 

- 

548 DASHPOT HYDRAULIC FLUID (OM-
14) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

549 CHROMIUM NICKEL NON-
CORRODIBLE STEEL WELDING 
RODS AND WIRE 

Cancelled 
on/before 
April 1986 

B.S. 1453, TYPE 
A8.Nb 

550 NOT ISSUED Not 
Issued 

- 

551 3% CHROMIUM-MOLYBDENUM 
STEEL THRUST RINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

553 NOT ISSUED Not 
Issued 

- 

554 NOT ISSUED Not 
Issued 

- 



DTD 
No Title Status Replacement 

555 NOT ISSUED Not 
Issued 

- 

556B NYLON FABRIC Cancelled 
on/before 
April 1986 

B.S. F.118 

557A FLEXIBLE PAINT Cancelled 
on/before 
April 1986 

OBSOLETE 

558 NOT ISSUED Not 
Issued 

- 

559 NOT ISSUED Not 
Issued 

- 

561 CORROSION INHIBITING 
INSTRUMENT OIL 

Cancelled 
on/before 
April 1986 

OBSOLETE 

562 NOT ISSUED Not 
Issued 

- 

563 COMMERCIAL QUALITY 35 TON 
STEEL TUBES (SUITABLE FOR 
WELDING) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

564 WOVEN FELT (RUBBER PROOFED) Cancelled 
on/before 
April 1986 

OBSOLETE 

565 RUBBER PARTS FOR USE WITH 
ETHYLENE GLYCOL 

Obsolete 
April 1999 
Available 
in PDF 

 

566 NOT ISSUED Not - 



DTD 
No Title Status Replacement 

Issued 

567 LIGHTWEIGHT FABRIC WITH 
FLEXIBLE PROOFING 

Cancelled 
on/before 
April 1986 

OBSOLETE 

568 MATERIAL SPECIFICATION 12 ½ 
OZ. COTTON CANVAS 

Obsolete 
April 1999 
Available 
in PDF 

 

569 55-65 TON MANGANESE 
MOLYBDENUM STEEL PRESSINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

570 NOT ISSUED Not 
Issued 

- 

571 CHROMIUM-NICKEL NON-
CORRODIBLE STEEL SHEETS, 
STRIPS AND WIRE 

Cancelled 
on/before 
April 1986 

OBSOLETE 

572 FLEXIBLE OIL AND PETROL PROOF 
COTTON DUCK 

Cancelled 
on/before 
April 1986 

OBSOLETE 

573 FLUORESCENT PAINT Cancelled 
on/before 
April 1986 

OBSOLETE 

574 NOT ISSUED Not 
Issued 

- 

575A SCOURED COTTON FABRIC Obsolete 
April 1999 
Available 
in PDF 

 



DTD 
No Title Status Replacement 

576A SPUN SILK THREAD Cancelled 
on/before 
April 1986 

OBSOLETE 

577 LOW TEMPERATURE GREASE Cancelled 
on/before 
April 1986 

OBSOLETE 

578 35 TON CHROME MOLYBDENUM 
STEEL TUBES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

579 GLASS FIBRE FABRIC Cancelled 
on/before 
April 1986 

B.S. 3396 

580 NOT ISSUED Not 
Issued 

- 

581C LUBRICATING OIL, GEAR: 
AIRCRAFT GRADES LIGHT & 
MEDIUM, NATO CODE NO 0-153/0-
155 JOINT SERVICE 
DESIGNATIONS OEP-30/OEP-70 

Obsolete 
April 1999 
Available 
in PDF 

 

582 GRAPHITED GREASE Cancelled 
on/before 
April 1986 

DTD 806 

583A 3 OZ COTTON FABRIC Cancelled 
on/before 
April 1986 

B.S. F.116 

584 NOT ISSUED Not 
Issued 

- 

585B HYDRAULIC FLUID, PETROLEUM, 
NATA CODE H515 JOINT SERVICES 

Cancelled 
on/before 

DEF STAN 91-48 



DTD 
No Title Status Replacement 

DESIGNATION OM 15 April 1986 

586 DINGHY SAIL FABRIC Cancelled 
on/before 
April 1986 

OBSOLETE 

587 ENGINE CORROSION PREVENTIVE Cancelled 
on/before 
April 1986 

DTD 791 

588 NOT ISSUED Not 
Issued 

- 

589 NOT ISSUED Not 
Issued 

- 

590 PRESSED FELT Cancelled 
on/before 
April 1986 

DEF STAN 83-19 
(PART 3)/1 

591C NITRO-CELLULOSE Obsolete 
April 1999 
Available 
in PDF 

 

592 ISOBUTYL ACETATE Cancelled 
on/before 
April 1986 

B.S. 551 

593 NOT ISSUED Not 
Issued 

- 

594 1.6 OZ COTTON FABRIC NAVY 
BLUE 

Cancelled 
on/before 
April 1986 

OBSOLETE 

595A 1.65 OZ COTTON FABRIC (DYED) Cancelled 
on/before 

OBSOLETE 



DTD 
No Title Status Replacement 

April 1986 

596A 2 OZ COTTON FABRIC Cancelled 
on/before 
April 1986 

OBSOLETE 

597 NOT ISSUED Not 
Issued 

- 

598 ALUMINIUM-ZINC ALLOY CASTINGS Cancelled 
on/before 
April 1986 

OBSOLETE 

599A NON-CORROSIVE FLUX FOR SOFT 
SOLDERING 

Obsolete 
April 1999 
Available 
in PDF 

 

600 55-65 TON LOW ALLOY STEEL 
BARS FOR MACHINE 

Cancelled 
on/before 
April 1986 

B.S. S.95 

601 NOT ISSUED Not 
Issued 

- 

602 POLYVINYL CHLORIDE TUBING Cancelled 
on/before 
April 1986 

OBSOLETE 

603B ALUMINIUM ALLOY SHEETS AND 
COILS 

Cancelled 
on/before 
April 1986 

B.S. L.156 

604 BRASS TUBES (SUITABLE FOR 
LOW PRESSURE HYDRAULIC AND 
SIMILAR SYSTEMS) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

605 NOT ISSUED Not - 



DTD 
No Title Status Replacement 

Issued 

606A ALUMINIUM-2% MAGNESIUM 
ALLOY SHEETS AND STRIPS (HALF 
HARD) 

Cancelled 
on/before 
April 1986 

B.S. L.81 

607 COPPER STRIP FOR RADIATORS 
AND COOLERS 

Obsolete 
April 1999 
Available 
in PDF 

 

608 NOT ISSUED Not 
Issued 

- 

609 NOT ISSUED Not 
Issued 

- 

610B ALUMINIUM-COATED ALUMINIUM 
ALLOY SHEETS AND COILS 

Cancelled 
on/before 
April 1986 

B.S. L.163 

611 RUBBER PROOFED FLAX DUCK Cancelled 
on/before 
April 1986 

OBSOLETE 

612 COTTON AND HEMP LINE Cancelled 
on/before 
April 1986 

OBSOLETE 

613 NOT ISSUED Not 
Issued 

- 

614 AIRCARFT MATERIAL 
SPECIFICATION MEDIUM-
CHROMIUM ALLOY CAST IRON 
(SUITABLE FOR PISTON RING 
POTS) (CENTRIFUGALLY CAST) 

Obsolete 
April 1999 
Available 
in PDF 

 



DTD 
No Title Status Replacement 

615 CELLULAR GRS SHEET Cancelled 
on/before 
April 1986 

OBSOLETE 

616 NOT ISSUED Not 
Issued 

- 

617 NOT ISSUED Not 
Issued 

- 

618 NOT ISSUED Not 
Issued 

- 

619 MAGNESIUM-ZINC-ZIRCONIUM 
ALLOY FORGINGS AND PRESSING 

Cancelled 
on/before 
April 1986 

B.S. L.514 

620 COTTON SEWING THREAD Cancelled 
on/before 
April 1986 

B.S. F.58 

621 PERIPHERY TAPE Obsolete 
April 1999 
Available 
in PDF 

 

622A MAGNESIUM-ZINC-ZIRCONIUM 
ALLOY BARS AND SECTIONS (Zn 
3.0, Zr 0.7) 

Cancelled 
on/before 
April 1986 

B.S. L.505 

623A PIGMENTED SHELLAC SOLUTION Cancelled 
on/before 
April 1986 

OBSOLETE 

624A 2½ OZ COTTON FABRIC Cancelled 
on/before 
April 1986 

OBSOLETE 



DTD 
No Title Status Replacement 

625A HOSE FOR USE WITH HOT 
MINERAL OIL AND AVIATION FUEL 

Cancelled 
on/before 
April 1986 

B.S. F.67 

626B MAGNESIUM-ZINC-ZIRCONIUM 
ALLOY SHEETS (Zn 3.0, Zr 0.6) 

Cancelled 
on/before 
April 1986 

B.S. L.504 

627 BRASS ROD OR WIRE FOR 
MACHINED COMPONENTS 
SUBJECT TO A RIVETING 
OPERATION (NOT SUITABLE FOR 
THE MANUFACTURE OF RIVETS) 

Obsolete 
April 1999 
Available 
in PDF 

 

628 MAGNESIUM ALLOY INGOTS AND 
CASTINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

629 COOLANT TEST PAPERS Obsolete 
April 1999 
Available 
in PDF 

 

630 4 OZ KNITTED FABRIC Cancelled 
on/before 
April 1986 

OBSOLETE 

631 SILVER CLAD COPPER STRIP 
(SUITABLE FOR BRAZING) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

632 BOUND CORDAGE Cancelled 
on/before 
April 1986 

OBSOLETE 

633A 3.3/4 OZ COTTON FABRIC Cancelled 
on/before 
April 1986 

B.S. F.116 



DTD 
No Title Status Replacement 

634A ALUMINIUM 2% MAGNESIUM ALLOY 
SHEETS AND STRIPS (SOFT) 

Cancelled 
on/before 
April 1986 

B.S. L.80 

635A ALUMINIUM-ALLOY INGOTS AND 
CASTINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

636 SYNTHETIC RESIN (PHENOLIC) 
MOULDING MATERIALS AND 
MOULDINGS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

637 HARD VULCANISED FIBRE SHEETS 
FOR JOINING PURPOSES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

638 ARTIFICAL SILK CORDAGE Cancelled 
on/before 
April 1986 

OBSOLETE 

639 GLASS FABRIC Cancelled 
on/before 
April 1986 

OBSOLETE 

640 NOT ISSUED Not 
Issued 

- 

641 NOT ISSUED Not 
Issued 

- 

642B 14 oz FLAX CANVAS Obsolete 
April 1999 
Available 
in PDF 

 

643 NOT ISSUED Not 
Issued 

- 



DTD 
No Title Status Replacement 

644 ANTI-SPREADING COMPOSITION Obsolete 
April 1999 
Available 
in PDF 

 

645 NOT ISSUED Not 
Issued 

- 

646B HIGH TENSILE ALUMINIUM ALLOY 
SHEETS AND COILS 

Cancelled 
on/before 
April 1986 

B.S. L.157 

647 BOOK MUSLIN Cancelled 
on/before 
April 1986 

OBSOLETE 

648 NOT ISSUED Not 
Issued 

- 

649 ALLOY CAST IRON FOR USE AT 
LOW TEMPERATURES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

650 FREE CUTTING BRIGHT STEEL 
BARS FOR NUTS 

Cancelled 
on/before 
April 1986 

B.S. S.112 
(OBSOLESCENT) 

651 RAYON FABRIC FOR FLARE 
PARACHUTES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

652 NOT ISSUED Not 
Issued 

- 

653 ALUMINIUM ALLOY SHEETS AND 
COILS (1.1/4% MANGANESE) 

Cancelled 
on/before 
April 1986 

B.S. L.60 



DTD 
No Title Status Replacement 

654 NOT ISSUED Not 
Issued 

- 

655 MARKING INK Cancelled 
on/before 
April 1986 

APPENDIX B B.S. 
4F100 

656 NOT ISSUED Not 
Issued 

- 

657 NOT ISSUED Not 
Issued 

- 

658 MATT SYNTHETIC ONE COAT 
ENAMEL 

Cancelled 
on/before 
April 1986 

B.S. X.28 

659 STEEL SHEETS (SUITABLE FOR 
DEEP PRESSING AND WELDING) 
(FOR THE MANUFACTURE OF 
DROP TANKS) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

660 SPUN SILK WEBBING Cancelled 
on/before 
April 1986 

OBSOLETE 

661 DIACETIN Cancelled 
on/before 
April 1986 

B.S. 1594 

662 NOT ISSUED Not 
Issued 

- 

663A LANOLIN RESIN PROTECTIVE Cancelled 
on/before 
April 1986 

OBSOLETE 

664A COTTON AND WIRE TARGET Cancelled DTD 5635 



DTD 
No Title Status Replacement 

FABRIC on/before 
April 1986 

665 LOW PRESSURE OXYGEN TUBING 
MARK IV 

Cancelled 
on/before 
April 1986 

B.S. F.65 

666 MEDIUM HIGH TENSILE STEEL 
CASTINGS 

Cancelled 
on/before 
April 1986 

B.S. HC9 

667 NOT ISSUED Not 
Issued 

- 

668 RAYON FABRIC Cancelled 
on/before 
April 1986 

OBSOLETE 

669 NOT ISSUED Not 
Issued 

- 

670 NOT ISSUED Not 
Issued 

- 

671 NOT ISSUED Not 
Issued 

- 

672 NOT ISSUED Not 
Issued 

- 

673A DINGHY PACK FABRIC (TWO PLY) Cancelled 
on/before 
April 1986 

B.S. F.122 

674 NOT ISSUED Not 
Issued 

- 

675 PETROL PROOF FABRIC (2 PLY) Cancelled 
on/before 

OBSOLETE 



DTD 
No Title Status Replacement 

April 1986 

676 NOT ISSUED Not 
Issued 

- 

677 WOVEN PILE SEALING STRIP Cancelled 
on/before 
April 1986 

B.S. 2710 

678 METHYL BROMIDE Cancelled 
on/before 
April 1986 

B.S. 2710 

679 NOT ISSUED Not 
Issued 

- 

680 NOT ISSUED Not 
Issued 

- 

681 NOT ISSUED Not 
Issued 

- 

682 NOT ISSUED Not 
Issued 

- 

683A ALUMINIUM-ZINC-MAGNESIUM-
COPPER-MANGANESE ALLOY 
BARS, EXTRUDED SECTIONS AND 
FORGINGS 

Cancelled 
on/before 
April 1986 

DTD 5024 

684A INGOTS AND CASTINGS OF HIGH-
PURITY MAGNESIUM-8% 
ALUMINIUM-ZINC MANGANESE 
ALLOY (AS CAST) (FOR 
APPLICATION REQUIRING 
MAXIMUM CORROSION 
RESISTANCE) (Al 8, Zn 0.5, Mn 0.3) 

Obsolete 
April 1999 
Available 
in PDF 

 



DTD 
No Title Status Replacement 

685 LEAD-SILVER-TIN SOLDER 
(SUITABLE FOR AIRCRAFT 
RADIATORS AND OIL COOLERS) 

Cancelled 
on/before 
April 1986 

B.S. 219, TYPE IS 

686 SPUN SILK CORD Cancelled 
on/before 
April 1986 

OBSOLETE 

687B ALUMINIUM-COATED ALUMINIUM-
COPPER-CHROMIUM ALLOY 
SHEETS AND COILS (SOLUTION 
TREATED AND PRECIPITATION 
TREATED) 

Cancelled 
on/before 
April 1986 

 

688 CHROMIUM-NICKEL NON-
CORRODIBLE STEEL STITCHING 
WIRE 

Cancelled 
on/before 
April 1986 

OBSOLETE 

689 NOT ISSUED Not 
Issued 

- 

690A INGOTS AND CASTINGS OF HIGH-
PURITY MAGNESIUM-8% 
ALUMINIUM-ZINC MANGANESE 
ALLOY (SOLUTION TREATED) (FOR 
APPLICATION REQUIRING 
MAXIMUM CORROSION 
RESISTANCE) (Al 8, Zn 0.5, mn 0.3) 

Obsolete 
April 1999 
Available 
in PDF 

 

691 METHYLATED SPIRIT Cancelled 
on/before 
April 1986 

B.S. 3591 

692 NOT ISSUED Not 
Issued 

- 

693 ALUMINIUM ALLOY TUBES Cancelled 
on/before 

OBSOLETE 



DTD 
No Title Status Replacement 

April 1986 

694A NYLON FABRIC Cancelled 
on/before 
April 1986 

B.S. F.119 

695 COTTON WEBBING FOR SUPPLY 
DROPPERS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

696 SPECIAL GRADE ZINC ALLOY 
PRESSURE DIE CASTING 

Cancelled 
on/before 
April 1986 

OBSOLETE 

697 NOT ISSUED Not 
Issued 

- 

698 STORAGE OIL Cancelled 
on/before 
April 1986 

DEF STAN 91-40 

699 LOW PRESSURE FLEXIBLE 
OXYGEN TUBING MARK V 

Cancelled 
on/before 
April 1986 

B.S. F.63 

700 SYNTHETIC SAPPHIRE BOULE Cancelled 
on/before 
April 1986 

OBSOLETE 

701 NOT ISSUED Not 
Issued 

- 

702 NOT ISSUED Not 
Issued 

- 

703B NICKEL-CHROMIUM HEAT 
RESISTING ALLOY SHEETS AND 
STRIPS - COLD ROLLED AND 

Cancelled 
on/before 
April 1986 

B.S. HR.203 



DTD 
No Title Status Replacement 

SOFTENED 

704 NOT ISSUED Not 
Issued 

- 

705 HIGH TENSILE STEEL CASTINGS Cancelled 
on/before 
April 1986 

B.S. HC8. HC10 

706 ALUMINIUM-COATED HIGH 
TENSILE ALUMINIUM ALLOY 
SHEETS OF SPECIAL FLATNESS 
(SOLUTION TREATED AND 
ARTIFICIALLY AGED) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

707 NOT ISSUED Not 
Issued 

- 

708 MAGNESIUM-CERIUM-ZINC-
ZIRCONIUM ALLOY INGOTS AND 
CASTINGS (RARE EARTH METALS 
3.0, Zn 2.3, Zr 0.6) 

Cancelled 
on/before 
April 1986 

B.S. L.126 

709 NOT ISSUED Not 
Issued 

- 

710B ALUMINIUM-COATED ALUMINIUM-
COPPER-MAGNESIUM-SILICON-
MANGANESE ALLOY SHEETS AND 
STRIPS TO CLOSE TOLERANCES 
(SOLUTION TREATED AND AGED 
AT ROOM TEMPERATURE) (Cu 4.4, 
Mg 0.7, Si 0.7, Mn 0.6) 

Cancelled 
on/before 
April 1986 

B.S. L.166 

711A MAGNESIUM-ZINC-ZIRCONIUM 
ALLOY INGOTS AND CASTINGS (AS 
CAST) (Zn 4.5, Zr 0.7) 

Cancelled 
on/before 
April 1986 

OBSOLETE 



DTD 
No Title Status Replacement 

712A DEEP-DRAWING CHROMIUM-
NICKEL STEEL SHEETS AND 
STRIPS (CORROSION RESISTING) 

Cancelled 
on/before 
April 1986 

B.S. S.536 

713 2½ PER CENT. NICKEL-CHROMIUM-
MOLYBDENUM STEEL TUBES (75 
TONS) 

Obsolete 
April 1999 
Available 
in PDF 

 

714 NICKEL-CHROMIUM-IRON HEAT 
RESISTING ALLOY SHEETS AND 
STRIPS COLD-ROLLED AND 
ANNEALED. 12 SWG AND THINNER 

Cancelled 
on/before 
April 1986 

OBSOLETE 

715 FREE-CUTTING CORROSION-
RESISTANT STEEL (FOR NUTS) 

Cancelled 
on/before 
April 1986 

B.S. S.137 

716B INGOTS AND CASTINGS OF 
ALUMINIUM-SILICON-MAGNESIUM 
ALLOY (AS CAST) (Si 5, MG 0.5) 

Obsolete 
April 1999 
Available 
in PDF 

 

717A FORGING STOCK AND FORGINGS 
OF ALUMINIUM-COPPER-
MAGNESIUM-NICKEL-IRON ALLOY 
(SOLUTION TREATED AND 
PRECIPITATION TREATED AT 
170°C) (Cu 2.5, Mg 1.5, Ni 1.2, Fe 1.0) 
(SUITABLE FOR USE AT ELEVATED 
TEMPERATURES) 

Obsolete 
April 1999 
Available 
in PDF 

 

718 MAGNESIUM-CERIUM-ZINC-
ZIRCONIUM ALLOY INGOTS AND 
CASTINGS (RARE EARTH METALS 
3.0, Zn 0.5, Zr 0.6) 

Cancelled 
on/before 
April 1986 

OBSOLETE 



DTD 
No Title Status Replacement 

719 CHROMIUM MOLYBDENUM ALLOY 
CAST IRON POTS (SUITABLE FOR 
CENTRIFUGALLY CAST AND SAND 
CAST SEALINGS RINGS, PISTON 
RINGS AND CYLINDER LINERS) 

Cancelled 
on/before 
April 1986 

B.S. HC.404 

720B "15" CARBON STEEL (SUITABLE 
FOR BLIND RIVETS) (LIMITING 
RULING SECTION 20 mm) 

Obsolete 
April 1999 
Available 
in PDF 

 

721A MAGNESIUM-ZINC-ZIRCONIUM 
ALLOY INGOTS AND CASTINGS 
(HEAT-TREATED) (Zn 4.5, Zr 0.7) 

Cancelled 
on/before 
April 1986 

B.S. L.127 

722B INGOTS & CASTINGS OF 
ALUMINIUM-SILICON-MAGNESIUM 
ALLOY. (PRECIPITATION TREATED) 
(Si 5, Mg 0.5) 

Obsolete 
April 1999 
Available 
in PDF 

 

723 2½ PER CENT NICKEL-CHROMIUM-
MOLYBDENUM STEEL TUBES (90 
TONS) 

Obsolete 
April 1999 
Available 
in PDF 

 

724 ALUMINIUM-COPPER-MAGNESIUM-
NICKEL-IRON ALLOY FORGINGS 
(PRECIPITATION TREATED AT 
185°C) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

725 NICKEL-CHROMIUM HEAT-
RESISTING ALLOY (WROUGHT) 
FOR GAS-TURBINE BLADES 
(NIMONIC 80) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

726 MAGNESIUM-ZINC-ZIRCONIUM 
ALLOY BARS 

Cancelled 
on/before 

B.S. L.505 



DTD 
No Title Status Replacement 

April 1986 

727B INGOTS AND CASTINGS OF 
ALUMINIUM-SILICON-MAGNESIUM 
ALLOY (HEAT TREATED) (Si 5, Mg 
0.5) 

Obsolete 
April 1999 
Available 
in PDF 

 

728 MAGNESIUM-CERIUM-ZIRCONIUM 
ALLOY INGOTS AND CASTINGS 
(RARE EARTH METALS 3.0, Zr 0.6) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

729 MAGNESIUM-ZINC-ZIRCONIUM 
ALLOY DROP FORGINGS 

Cancelled 
on/before 
April 1986 

B.S. L.514 

730 85-95 TON CHROMIUM-
MOLYBDENUM-VANADIUM STEEL 
(SUITABLE FOR NITROGEN 
HARDENING) (LIMITING RULING 
SECTION 2½ INCH) 

Cancelled 
on/before 
April 1986 

B.S. S.132 

731B FORGING STOCK AND FORGINGS 
OF ALUMINIUM-COPPER-
MAGNESIUM-NICKEL-IRON 
ALLOY(SOLUTION TREATED & 
PRECIPITATION TREATED AT 
200°C) (SUITABLE FOR USE AT 
ELEVATED TEMPERATURES) (Cu 
2.5, Mg 1.5, Ni 1.2, Fe 1.0) 

Obsolete 
April 1999 
Available 
in PDF 

 

732A MAGNESIUM-ALUMINIUM-ZINC-
MANGANESE ALLOY SHEETS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

733 MAGNESIUM-ZINC-ZIRCONIUM 
ALLOY EXTRUDED BARS AND 
SECTIONS (HIGH STRENGTH) NOT 

Cancelled 
on/before 
April 1986 

OBSOLETE 



DTD 
No Title Status Replacement 

GREATER THAN 3 INCHES 
DIAMETER OR MINOR SECTIONAL 
DIMENSIONS 

734A CHROMIUM-NICKEL NON-
CORRODIBLE STEEL WIRE 
(SUITABLE FOR THE 
MANUFACTURE OF WIRE THREAD 
INSERTS) 

Obsolete 
April 1999 
Available 
in PDF 

 

735B INGOTS AND CASTINGS OF 
ALUMINIUM-SILICON-MAGNESIUM 
ALLOY (SOLUTION TREATED AND 
PRECIPITATION TREATED) (Si 5, Mg 
0.5) 

Obsolete 
April 1999 
Available 
in PDF 

 

736B NICKEL-CHROMIUM-ALUMINIUM-
TITANIUM HEAT RESISTING ALLOY 
BILLETS, BARS AND FORGINGS 
(INCLUDING GAS TURBINE 
BLADES) AND PARTS (NICKEL 
BASE, Cr 19.5, Ti 2.25, Al 1.4) 

Cancelled 
on/before 
April 1986 

B.S. HR.1 

737A TUBE OF MAGNESIUM - 1½% 
MANGANESE ALLOY 

Obsolete 
April 1999 
Available 
in PDF 

 

738 MAGNESIUM-ZINC-CERIUM-
ZIRCONIUM ALLOY INGOTS AND 
CASTINGS (AS CAST) (Zn 4.0, Re 
1.2, Zr 0.7) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

739 NOT ISSUED Not 
Issued 

- 

740 40 TON MOLYBDENUM-BORON Obsolete  



DTD 
No Title Status Replacement 

STEEL TUBES (SUITABLE FOR 
WELDING) 

April 1999 
Available 
in PDF 

741A ALUMINIUM-COPPER-MAGNESIUM-
COBALT ALLOY INGOTS AND 
CASTINGS (SOLUTION TREATED 
AND PRECIPITATION TREATED) (Cu 
4, Mg 1.7, Co 0.75) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

742A MAGNESIUM-ALUMINIUM-ZINC-
MANGANESE ALLOY SHEETS AND 
STRIPS (HALF HARD) (Al 3.0, Zn 1.0, 
Mn 0.3) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

743 40 TON CHROMIUM-NICKEL NON-
CORRODIBLE CIRCULAR STEEL 
TUBES 

Cancelled 
on/before 
April 1986 

B.S. T.72, T.73 

744 MAGNESIUM-ZINC-ZIRCONIUM 
ALLOY EXTRUDED BARS AND 
SECTIONS (HIGH STRENGTH) 
GREATER THAN 3 INCHES 
DIAMETER OR MINOR SECTIONAL 
DIMENSIONS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

745A FORGING STOCK AND 
COMPRESSOR BLADE FORGINGS 
OF ALUMINIUM - COPPER - 
MAGNESIUM - NICKEL - IRON 
ALLOY (SOLUTION TREATED & 
PRECIPITATION TREATED) (Cu 2.5, 
Mg 1.5, Ni 1.2, Fe 1.0) 

Obsolete 
April 1999 
Available 
in PDF 

 

746C ALUMINIUM-COATED ALUMINIUM-
COPPER-MAGNESIUM-SILICON-
MANGANESE ALLOY SHEETS AND 

Cancelled 
on/before 
April 1986 

B.S. L.90 



DTD 
No Title Status Replacement 

STRIPS TO CLOSE TOLERANCES 
(SOLUTION TREATED AND 
PRECIPITATION TREATED) (Cu 4.4, 
Mg 0.7, Si 0.7, Mn 0.6) 

747B NICKEL-CHROMIUM-COBALT-
ALUMINIUM-TITANIUM HEAT 
RESISTING ALLOY BILLETS, BARS, 
FORGINGS (INCLUDING GAS 
TURBINE BLADES) AND PARTS 
(NICKEL BASE, Cr 19.5, Co 18, Ti 2.4, 
Al 14) 

Cancelled 
on/before 
April 1986 

B.S. HR 2 

748 MAGNESIUM-ZINC-CERIUM-
ZIRCONIUM ALLOY INGOTS AND 
CASTINGS (HEAT TREATED) (Zn 
4.0, RARE EARTH METALS 1.2, Zr 
0.7) 

Cancelled 
on/before 
April 1986 

B.S. L.128 

749 MAGNESIUM-ALUMINIUM-ZINC 
ALLOY BARS AND SECTIONS 
(OVER 3 INCHES) 

Cancelled 
on/before 
April 1986 

B.S. L.512 

750 NON-ROTATING STEEL WIRE ROPE 
OR CABLE (NOT PREFORMED) 

Obsolete 
April 1999 
Available 
in PDF 

 

751 AEROPLANE DOPING SCHEME OF 
LOW TAUTNESS 

Cancelled 
on/before 
April 1986 

B.S. X.26 

752 AEROPLANE DOPING SCHEME OF 
MEDIUM TAUTNESS 

Cancelled 
on/before 
April 1986 

B.S. X.26 

753 AEROPLANE DOPING SCHEME OF Cancelled B.S. X.26 



DTD 
No Title Status Replacement 

HIGH TAUTNESS on/before 
April 1986 

754A CELLULOSE FINISHES AND 
PRIMER 

Cancelled 
on/before 
April 1986 

B.S. X.27 

756B CLEANING MATERIAL FOR METAL Cancelled 
on/before 
April 1986 

DEF STAN 80-16 

757 NOT ISSUED Not 
Issued 

- 

758 COPPER NAPHTHENATE Cancelled 
on/before 
April 1986 

OBSOLETE 

759 ZINC NAPHTHENATE Cancelled 
on/before 
April 1986 

OBSOLETE 

760 CASEIN CEMENT FOR USE IN 
AIRCRAFT PROPELLERS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

761C SAFETY GLASS WINDSCREEN, 
WEAPON SIGHTING QUALITY 

Obsolete 
April 1999 
Available 
in PDF 

 

762 RUBBER BONDED CORK JOINTING 
MATERIAL 

Cancelled 
on/before 
April 1986 

B.S. F.66 

763A POLISHING CLOTH FOR USE ON 
TRANSPARENT PLASTIC PANELS 

Obsolete 
April 1999 
Available 

 



DTD 
No Title Status Replacement 

in PDF 

764A EXPANDED NITRILE EBONITE FOR 
SANDWICH CONSTRUCTION 

Obsolete 
April 1999 
Available 
in PDF 

 

765A RAYON-FABRIC FOR SLOW-
FALLING FLARES 

Obsolete 
April 1999 
Available 
in PDF 

 

766A LIGHTWEIGHT FINISH (CELLULOSE 
BASE) 

Cancelled 
on/before 
April 1986 

B.S. X.30 

767 BUOYANT COTTON CORDAGE Cancelled 
on/before 
April 1986 

- 

768 CELLULOSE GLOSSY BLACK 
FINISH AND PRIMER 

Cancelled 
on/before 
April 1986 

B.S. X.29 

769 NOT ISSUED Not 
Issued 

- 

770A POLISH FOR TRANSPARENT 
PERSPEX PANELS AND 
MOULDINGS 

Obsolete 
April 1999 
Available 
in PDF 

 

771 NOT ISSUED Not 
Issued 

- 

772A HIGH GLOSS FINISHING SCHEME Cancelled 
on/before 
April 1986 

B.S. X.29 



DTD 
No Title Status Replacement 

773 LINEN-COTTON WEBBING Cancelled 
on/before 
April 1986 

OBSOLETE 

774 NOT ISSUED Not 
Issued 

- 

775B ADHESIVES SUITABLE FOR 
JOINING METALS 

Obsolete 
April 1999 
Available 
in PDF 

 

776 PAPER-BASE SHEET JOINTING 
MATERIAL 

Cancelled 
on/before 
April 1986 

B.S. 4249 

777 LIQUID ENGINE JOINTING 
COMPOUND (SHELLAC TYPE) 

Cancelled 
on/before 
April 1986 

DEF 174 

778A PROOFED FABRICS FOR TARGETS Obsolete 
April 1999 
Available 
in PDF 

 

779 INHIBITED ETHYLENE GLYCOL Cancelled 
on/before 
April 1986 

OBSOLETE 

780 COIR MATTING FOR RESILIENT 
PACKING 

Cancelled 
on/before 
April 1986 

OBSOLETE 

781 NOT ISSUED Not 
Issued 

- 

782 NOT ISSUED Not 
Issued 

- 



DTD 
No Title Status Replacement 

783 GENERAL PURPOSE GREASE Cancelled 
on/before 
April 1986 

DEF STAN 91-12 

784 RUBBER MATERIALS FOR FUEL 
HOSE 

Obsolete 
April 1999 
Available 
in PDF 

 

785 CELLULOSE GLOSSY BLACK 
FINISH FOR AEROPLANE DOPING 
SCHEMES 

Obsolete 
April 1999 
Available 
in PDF 

 

786E BRAIDED NYLON CORDAGE 
(CORELESS) 

Cancelled 
on/before 
April 1986 

DTD 5620 

787 NOT ISSUED Not 
Issued 

- 

788 NYLON FABRIC BODY ARMOUR Cancelled 
on/before 
April 1986 

OBSOLETE 

789 CORK JOINTING Cancelled 
on/before 
April 1986 

DEF STAN 66-7 

790 NEOPRENE PROOFED FABRIC FOR 
AIRCRAFT COVERS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

791C CORROSION PREVENTIVE OIL, 
AIRCRAFT PISTON ENGINE STATIC 
PRESERVATION, UPPER CYLINDER 
NATO CODE NUMBER: C-613 JOINT 
SERVICE DESIGNATION: PX-13 

Obsolete 
April 1999 
Available 
in PDF 

 



DTD 
No Title Status Replacement 

792 ISOBUTYL ALCOHOL Cancelled 
on/before 
April 1986 

B.S. 508 

793A NYLON FABRIC Cancelled 
on/before 
April 1986 

B.S. F.118 

794 ASBESTOS METALLIC SEWING 
TWINE 

Cancelled 
on/before 
April 1986 

DEF STAN 53-
99/1 

795 SCOURED COTTON FABRIC Cancelled 
on/before 
April 1986 

B.S. F.117 

796 SYNTHETIC GLOSSY BLACK 
ENAMEL AND PRIMER 

Cancelled 
on/before 
April 1986 

DEF STAN 80-50 

797 NOT ISSUED Not 
Issued 

- 

798 NOT ISSUED Not 
Issued 

- 

799 MATERIAL SPECIFICATION LOW 
PRESSURE FLEXIBLE OXYGEN 
TUBING (MARK VI) 

Obsolete 
April 1999 
Available 
in PDF 

 

800 NOT ISSUED Not 
Issued 

- 

801 NOT ISSUED Not 
Issued 

- 

802 NOT ISSUED Not - 



DTD 
No Title Status Replacement 

Issued 

803 NOT ISSUED Not 
Issued 

- 

804 LANOLISED OIL Cancelled 
on/before 
April 1986 

DEF STAN 80-34 

805 PROTECTIVE INSULATING 
COMPOUND (GREASE TYPE) 

Cancelled 
on/before 
April 1986 

DEF STAN 59-10 

806B GREASE, AIRCRAFT: GRAPHITE, 
NATO CODE NO G355 JOINT 
SERVICES DESIGNATION: XG-285 

Cancelled 
on/before 
April 1986 

DEF STAN 91-54 

807 NOT ISSUED Not 
Issued 

- 

808 CELLULOSE NITRATE SHEET FOR 
COVERING WOODEN PROPELLAR 
BLADES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

809 NOT ISSUED Not 
Issued 

- 

810A SAFETY HARNESS WEBBING Cancelled 
on/before 
April 1986 

OBSOLETE 

811 NOT ISSUED Not 
Issued 

- 

812 GLASS FABRIC Cancelled 
on/before 
April 1986 

OBSOLETE 

813A 3.1/4 OZ COTTON FABRIC Cancelled - 



DTD 
No Title Status Replacement 

on/before 
April 1986 

814 NOT ISSUED Not 
Issued 

- 

815 SELF-SEALING TANK PRIMER 
(LATEX PROTEIN TYPE) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

816 NOT ISSUED Not 
Issued 

- 

817 NOT ISSUED Not 
Issued 

- 

818 SILICONE RUBBER (INACTIVE FOR 
NEW DESIGN-REPLACEMENT 
PARTS ONLY) 

Obsolete 
April 1999 
Available 
in PDF 

 

819 NOT ISSUED Not 
Issued 

- 

820 NOT ISSUED Not 
Issued 

- 

821 NOT ISSUED Not 
Issued 

- 

822 LUBRICATING OIL, INSTRUMENT 
SYNTHETIC NATO CODE NO 0-147, 
JOINT SERVICES DESIGNATION 
OX-14 

Cancelled 
on/before 
April 1986 

DEF STAN 91-49 

823 NOT ISSUED Not 
Issued 

- 

824 TRANSPARENT AMBER Cancelled OBSOLETE 



DTD 
No Title Status Replacement 

CELLULOSE ACETATE SHEET FOR 
INSTRUMENT FLYING PRACTICE 
SCREENS 

on/before 
April 1986 

825B LOW TEMPERATURE GREASE XG-
275 

Cancelled 
on/before 
April 1986 

DTD 5598 

826 NOT ISSUED Not 
Issued 

- 

827 GLOSSY SYNTHETIC PIGMENTED 
ENAMEL AND PRIMERS 

Cancelled 
on/before 
April 1986 

DEF STAN 80-50 

828 NOT ISSUED Not 
Issued 

- 

829A NYLON WEBBING Obsolete 
April 1999 
Available 
in PDF 

 

830 COOLANT INHIBITOR 
CONCENTRATE 

Cancelled 
on/before 
April 1986 

OBSOLETE 

831 NOT ISSUED Not 
Issued 

- 

832 NOT ISSUED Not 
Issued 

- 

833 NOT ISSUED Not 
Issued 

OBSOLETE 

834 HEAVY WEBBING Cancelled 
on/before 

OBSOLETE 



DTD 
No Title Status Replacement 

April 1986 

835 HEAVY UNION WEBBING Cancelled 
on/before 
April 1986 

OBSOLETE 

836 NOT ISSUED Not 
Issued 

- 

837 NOT ISSUED Not 
Issued 

- 

838A UNPLASTICIZED POLYMETHYL 
METHACRYLATE SHEETS, PANELS 
AND SHAPINGS, GRADE A, FOR 
AIRCRAFT GLAZING 

Cancelled 
on/before 
April 1986 

OBSOLETE 

839 TRANSPARENT BLUE CELLULOSE 
SHEETS FOR INSTRUMENT FLYING 
PRACTICE SCREENS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

840 THINNERS FOR SYNTHETIC 
PAINTS (90%) AROMATIC) 

Obsolete 
April 1999 
Available 
in PDF 

 

841 NOT ISSUED Not 
Issued 

- 

842 FLUORESCEIN Cancelled 
on/before 
April 1986 

OBSOLETE 

843 THINNERS FOR CELLULOSE 
PAINTS AND DOPES 

Cancelled 
on/before 
April 1986 

DEF STAN 80-38 

844B LOW TEMPERATURE GREASE, Cancelled DTD 5598 



DTD 
No Title Status Replacement 

EXTREME PRESSURE XG-278 on/before 
April 1986 

845 POLYMETHYL METHACRYLATE 
SHEETS, PANELS AND SHAPINGS, 
GRADE B 

Cancelled 
on/before 
April 1986 

OBSOLETE 

846A UNPLASTICIZED POLYMETHYL 
METHACRYLATE SHEETS, PANELS 
AND SHAPINGS, GRADE B 

Cancelled 
on/before 
April 1986 

OBSOLETE 

847A NYLON FABRIC Obsolete 
April 1999 
Available 
in PDF 

 

848 NOT ISSUED Not 
Issued 

- 

849 NOT ISSUED Not 
Issued 

- 

850 TRICRESYL PHOSPHATE Cancelled 
on/before 
April 1986 

B.S. 1999 

851 NOT ISSUED Not 
Issued 

- 

852 NOT ISSUED Not 
Issued 

- 

853 NOT ISSUED Not 
Issued 

- 

854A NYLON FABRIC Cancelled 
on/before 
April 1986 

B.S. F.118 



DTD 
No Title Status Replacement 

855 NOT ISSUED Not 
Issued 

- 

856A EXTERNAL FINISHES FOR 
RADOMES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

857 NOT ISSUED Not 
Issued 

- 

858 NOT ISSUED Not 
Issued 

- 

859 NOT ISSUED Not 
Issued 

- 

860 BAKING IMPREGNATING 
VARNISHES FOR ELECTRICAL 
PURPOSES 

Cancelled 
on/before 
April 1986 

DEF 31-A 

861A ADHESIVE FOR METAL (LOW 
PRESSURE TYPE) 

Obsolete 
April 1999 
Available 
in PDF 

 

862 NOT ISSUED Not 
Issued 

- 

863 NOT ISSUED Not 
Issued 

- 

864 NOT ISSUED Not 
Issued 

- 

865 NOT ISSUED Not 
Issued 

- 

866A GREASE, AIRCRAFT: SYNTHETIC, 
EXTREME LOW TEMPERATURE. 

Cancelled 
on/before 

DEF STAN 91-53 



DTD 
No Title Status Replacement 

XG-295 April 1986 

867 CELLULAR VULCANISED RUBBER 
FOR SELF-SEALING FUEL TANKS 
(FIGHTER TYPE) 

Obsolete 
April 1999 
Available 
in PDF 

 

868 ETCHING PRIMER Cancelled 
on/before 
April 1986 

DEF STAN 80-15 

869A LAMINATED SAFETY GLASS, HIGH 
LIGHT TRANSMISSION 

Obsolete 
April 1999 
Available 
in PDF 

 

870A BULLET-RESISTANT SAFETY 
GLASS, HIGH LIGHT 
TRANSMISSION 

Obsolete 
April 1999 
Available 
in PDF 

 

871 COTTON WEBBING Obsolete 
April 1999 
Available 
in PDF 

 

872 NOT ISSUED Not 
Issued 

- 

873 NOT ISSUED Not 
Issued 

- 

874 NOT ISSUED Not 
Issued 

- 

875A CLEAR BAKING VARNISH FOR 
HEAT EXCHANGERS 

Cancelled 
on/before 
April 1986 

OBSOLETE 



DTD 
No Title Status Replacement 

876 NOT ISSUED Not 
Issued 

- 

877 ACID ELECTROLYTE 
(AMALGAMATING) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

878A HIGH TEMPERATURE GREASE Cancelled 
on/before 
April 1986 

DTD 5601 

879 NOT ISSUED Not 
Issued 

- 

880 NOT ISSUED Not 
Issued 

- 

881 NOT ISSUED Not 
Issued 

- 

882 NOT ISSUED Not 
Issued 

- 

883 NOT ISSUED Not 
Issued 

- 

884 NOT ISSUED Not 
Issued 

- 

885 NOT ISSUED Not 
Issued 

- 

886 NOT ISSUED Not 
Issued 

- 

887 NOT ISSUED Not 
Issued 

- 

888 HUCKABACK LINEN Cancelled OBSOLETE 



DTD 
No Title Status Replacement 

on/before 
April 1986 

889 6 OZ LINE FABRIC Cancelled 
on/before 
April 1986 

OBSOLETE 

890 NOT ISSUED Not 
Issued 

- 

891B SINGLE PLY RUBBER PROOFED 
FABRIC AND TAPE 

Obsolete 
April 1999 
Available 
in PDF 

 

892A PIGMENTED BAKING VARNISHES 
FOR HEAT EXCHANGERS 

Cancelled 
on/before 
April 1986 

OBSOLETE 

893 NOT ISSUED Not 
Issued 

- 

894 NOT ISSUED Not 
Issued 

- 

895 NOT ISSUED Not 
Issued 

- 

896 GEAR OIL-SYNTHETIC TYPE Cancelled 
on/before 
April 1986 

OBSOLETE 

897B GREASE, AIRCRAFT, SILICONE, 
PNEUMATIC SYSTEM NATO CODE 
NO G-394, JOINT SERVICES 
DESIGNATION XG-315 

Cancelled 
on/before 
April 1986 

DEF STAN 91-56 

898B NYLON LENO FABRIC Obsolete  



DTD 
No Title Status Replacement 

April 1999 
Available 
in PDF 

899A CELLULOSE FINISHING SCHEME 
(ESTER LUBRICANT RESISTANT) 

Obsolete 
April 1999 
Available 
in PDF 

 

900AA APPROVAL PROCEDURE FOR 
PROPRIETARY MATERIALS AND 
PROCESSES 

Obsolete 
April 1999 
Available 
in PDF 

 

901F CLEANING AND PREPARATION OF 
METAL SURFACES 

Cancelled 
on/before 
April 1986 

DEF STAN 03-2 

902E APPLICATION OF PAINT 
MATERIALS TO METALLIC 
SURFACES 

Cancelled 
on/before 
April 1986 

DEF STAN 03-7 

903D ZINC PLATING Obsolete 
April 1999 
Available 
in PDF 

 

906B METALLISING (ALUMINIUM AND 
ZINC SPRAYING) 

Cancelled 
on/before 
April 1986 

B.S. 2569, PART 1 

907B ALUMINIZING Cancelled 
on/before 
April 1986 

B.S. 2569, PART 2 

908 SHERARDISING Cancelled 
on/before 
April 1986 

B.S. 4921 



DTD 
No Title Status Replacement 

910C ANODIC OXIDATION OF ALUMINIUM 
AND ALUMINIUM ALLOYS 

Cancelled 
on/before 
April 1986 

DEF STAN 03-
24/25/26 

911C PROTECTION OF MAGNESIUM-
RICH ALLOYS AGAINST 
CORROSION 

Obsolete 
April 1999 
Available 
in PDF 

 

912B PROTECTION OF EXTERNAL 
SURFACE OF PLYWOOD 

Cancelled 
on/before 
April 1986 

OBSOLETE 

913A IDENTIFICATION COLOURING OF 
RIVETS IN ALUMINIUM AND 
ALUMINIUM ALLOYS 

Obsolete 
April 1999 
Available 
in PDF 

 

914B ROT-PROOFING OF CANVAS, ROPE 
AND CORDAGE 

Cancelled 
on/before 
April 1986 

OBSOLETE 

915B PROCESS FOR CLEANING 
ALUMINIUM AND ALUMINIUM 
ALLOY PLATING 

Cancelled 
on/before 
April 1986 

DEF STAN 03-2 

916A HARD CHROMIUM PLATING OF 
STEEL 

Cancelled 
on/before 
April 1986 

DEF STAN 03-14 

917A METHOD OF VARNISHING HEAT 
EXCHANGER MATRICES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

918 NOT ISSUED Not 
Issued 

- 

919B ELECTROPLATING OF ALUMINIUM, Cancelled DEF STAN 03-9 



DTD 
No Title Status Replacement 

STEEL AND COPPER WITH SILVER 
AND NICKEL 

on/before 
April 1986 

03-10 

920 NOT ISSUED Not 
Issued 

- 

921 ROT AND MILDEW PROOFING OF 
TEXTILE MATERIALS 

Cancelled 
on/before 
April 1986 

B.S. 2087 

922A MANUFACTURE OF CARBON 
MONOXIDE INDICATOR, TUBES 
MARK III 

Obsolete 
April 1999 
Available 
in PDF 

 

923A CHROMATE PASSIVATION OF ZINC 
AND CADMIUM SURFACES 

Cancelled 
on/before 
April 1986 

DEF 130 

924 ELECTRODEPOSITED TIN 
COATINGS 

Cancelled 
on/before 
April 1986 

DEF STAN 03-8 

925D THE FABRICATION OF ACRYLIC 
PANELS AND SHAPINGS 

Obsolete 
April 1999 
Available 
in PDF 

 

926B PROCESS FOR THE EXTERNAL 
FINISHING OF RADOMES 

Obsolete 
April 1999 
Available 
in PDF 

 

927A TIN-ZINC ALLOY PLATING Obsolete 
April 1999 
Available 
in PDF 

 



DTD 
No Title Status Replacement 

928B ROT-PROOFING OF NATURAL 
FIBRE PARACHUTE MATERIALS 

Obsolete 
April 1999 
Available 
in PDF 

 

930 HARD ANODIZING OF ALUMINIUM 
ALLOY PARTS 

Cancelled 
on/before 
April 1986 

DEF STAN 03-
24/25/26 

931 RHODIUM PLATING Obsolete 
April 1999 
Available 
in PDF 

 

932 CHEMICAL CONTOURING OF 
ALUMINIUM AND ALUMINIUM 
ALLOY SHEET AND PLATE 

Obsolete 
April 1999 
Available 
in PDF 

 

933A GLASS FABRIC REINFORCED 
POLYESTER LAMINATES FOR 
AIRCRAFT STRUCTURES AND 
AIRBORNE RADOMES 

Obsolete 
April 1999 
Available 
in PDF 

 

934 THE TREATMENT AND 
PROTECTION OF VERY HIGH 
TENSILE SHEETS 

Cancelled 
on/before 
April 1986 

DEF STAN 03-4 

935 SURFACE SEALING OF 
MAGNESIUM RICH ALLOYS 

Obsolete 
April 1999 
Available 
in PDF 

 

936 ULTRASONIC INSPECTION OF 
ALUMINIUM ALLOY EXTRUSIONS 
AND HAND FORGINGS 

Obsolete 
April 1999 
Available 
in PDF 

 



DTD 
No Title Status Replacement 

937 ULTRASONIC INSPECTION OF 
ALUMINIUM ALLOY PLATE 

Obsolete 
April 1999 
Available 
in PDF 

 

938 GOLD PLATING Cancelled 
on/before 
April 1986 

DEF STAN 03-17 

939 SILVER PLATING OF HEAT-
RESISTANT THREADED PARTS 
FOR ANTI-SEIZURE PURPOSES 

Obsolete 
April 1999 
Available 
in PDF 

 

940 THE CADMIUM COATING OF VERY 
STRONG STEEL PARTS BY 
VACUUM EVAPORATION 

Obsolete 
April 1999 
Available 
in PDF 

 

941 SURFACE COATING OF PARTS BY 
USE OF DETONATION, FLAME AND 
PLASMA SPRAYING PROCESSES 

Obsolete 
April 1999 
Available 
in PDF 

 

942 ANODIZING OF TITANIUM AND 
TITANIUM ALLOYS 

Obsolete 
April 1999 
Available 
in PDF 

 

943 ELECTRODEPOSITED 
COBALT/CHROMIUM CARBIDE 
COMPOSITE COATINGS 

Obsolete 
April 1999 
Available 
in PDF 

 

999A INSPECTING AND TESTING 
PROCEDURE FOR IRON, NICKEL, 
COBALT AND COPPER BASE 

Cancelled 
on/before 
April 1986 

B.S. HC.100 



DTD 
No Title Status Replacement 

ALLOY CASTINGS 

5001A MAGNESIUM-ZINC-ZIRCONIUM 
ALLOY SHEETS AND STRIPS (Zn 
1.3, Zr 0.6) 

Cancelled 
on/before 
April 1986 

B.S. L.515 

5002 3/4% NICKEL-CHROMIUM CASE 
HARDENING STEEL 

Cancelled 
on/before 
April 1986 

B.S. S.133 
(OBSOLESCENT) 

5003B COMMERCIALLY PURE TITANIUM 
BARS AND BILLETS (30-40 tsi) 

Cancelled 
on/before 
April 1986 

DTD 5273 AND 
DTD 5283 

5004A FORGING STOCK AND FORGINGS 
OF ALUMINIUM COPPER-
MANGANESE ALLOY. (SOLUTION 
TREATED AND PRECIPITATION 
TREATED) (SUITABLE FOR USE AT 
ELEVATED TEMPERATURES) (Cu 
6.0, Mn 0.3) 

Obsolete 
April 1999 
Available 
in PDF 

 

5005A INGOTS AND CASTINGS OF 
MAGNESIUM-THORIUM-ZINC-
ZIRCONIUM ALLOY 
(PRECIPITATION TREATED) (Th 3.0, 
Zn 2.2, Zr 0.7) 

Obsolete 
April 1999 
Available 
in PDF 

 

5006 COLD DRAWN AUSTENITIC 
CHROMIUM-NICKEL STEEL WIRE 
AND SPRINGS 

Cancelled 
on/before 
April 1986 

B.S. S.205 

5007A NICKEL-CHROMIUM-COBALT-
MOLYBDENUM-ALUMINIUM-
TITANIUM HEAT RESISTING ALLOY 
BILLETS, BARS, FORGINGS 
(INCLUDING GAS TURBINE 

Cancelled 
on/before 
April 1986 

B.S. HR.3 



DTD 
No Title Status Replacement 

BLADES) AND PARTS (Ni BASE, Cr 
15, Co 20, Mo 5, Al 4.7, Ti 1.2) 

5008B INGOTS AND CASTINGS OF 
ALUMINIUM-ZINC-MAGNESIUM-
CHROMIUM ALLOY (AGE 
HARDENED) Zn 5.2, Mg 0.6, Cr 0.5) 

Obsolete 
April 1999 
Available 
in PDF 

 

5009 ALUMINIUM-NICKEL-SILICON-
BRASS STRIPS, RODS, AND WIRE 
(SUITABLE FOR SPRINGS) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

5010A PLATE OF ALUMINIUM-COPPER-
MAGNESIUM-SILICON-MANGANESE 
ALLOY (SOLUTION TREATED AND 
AGED AT ROOM TEMPERATURE) 
(Cu 4.4, Mg 0.5, Si 0.7, Mn 0.8) 

Obsolete 
April 1999 
Available 
in PDF 

 

5011 MAGNESIUM-ZINC-ZIRCONIUM 
ALLOY BARS AND SECTION (Zn 1.3, 
Zr 0.7) 

Cancelled 
on/before 
April 1986 

B.S. L.508 

5012 100 TON 3% CHROMIUM-
MOLYBDENUM-VANADIUM STEEL 
(SUITABLE FOR AIR HARDENING) 
(LIMITING RULING SECTION 1 1/8 
INCH) 

Cancelled 
on/before 
April 1986 

B.S. S.134 
(OBSOLESCENT) 

5013B COMMERCIALLY PURE TITANIUM 
BARS AND BILLETS (TENSILE 
STRENGTH NOT GREATER THAN 
30 TONF/SQ IN) (SUITABLE FOR 
WELDING) 

Obsolete 
April 1999 
Available 
in PDF 

 

5014A BARS AND EXTRUDED SECTIONS 
OF ALUMINIUM-COPPER-
MAGNESIUM-NICKEL-IRON ALLOY. 

Obsolete 
April 1999 
Available 

 



DTD 
No Title Status Replacement 

(SOLUTION TREATED AND 
PRECIPITATION TREATED) 
(SUITABLE FOR USE A ELEVATED 
TEMPERATURES) (Cu 2.5, Mg 1.5, Ni 
1.2, Fe 1.0) 

in PDF 

5015A INGOTS AND CASTINGS OF 
MAGNESIUM-ZINC-THORIUM-
ZIRCONIUM ALLOY 
(PRECIPITATION TREATED) (Zn 5.5, 
Th 1.8, Zr 0.7_ 

Obsolete 
April 1999 
Available 
in PDF 

 

5016 35-45 TON CHROMIUM NICKEL 
CORROSION RESISTING STEEL 
SOLID DRAWN CIRCULAR TUBES 
(SUITABLE FOR PIPE LINES AND 
HIGH PRESSURE HYDRAULIC 
SYSTEMS ESPECIALLY WHERE 
FLARING IS REQUIRED) 

Cancelled 
on/before 
April 1986 

B.S. T.72, T.73 

5017A NICKEL-CHROMIUM-COBALT-
MOLYBDENUM-ALUMINIUM-
TITANIUM HEAT RESISTING ALLOY 
BILLETS, BARS, FORGINGS 
(INCLUDING GAS TURBINE 
BLADES) AND PARTS (NICKEL 
BASE, Cr 15, Co 14.5, Mo 4, Al 5, Ti 
4) 

Cancelled 
on/before 
April 1986 

B.S. HR.4 

5018A INGOTS AND CASTINGS OF 
ALUMINIUM-MAGNESIUM-ZINC 
ALLOY (SOLUTION TREATED) (Mg 
7/7, Zn 1.2) 

Obsolete 
April 1999 
Available 
in PDF 

 

5019 ALUMINIUM-NICKEL-SILICON 
BRASS TUBES (SUITABLE FOR 
PIPE LINES AND HIGH PRESSURE 

Obsolete 
April 1999 
Available 

 



DTD 
No Title Status Replacement 

HYDRAULIC SYSTEMS ESPECIALLY 
WHERE FLARING IS REQUIRED) 

in PDF 

5020A ALUMINIUM-COPPER-MAGNESIUM-
SILICON-MANGANESE ALLOY 
PLATE (SOLUTION TREATED AND 
PRECIPITATION TREATED) (Cu 4.4, 
Mg 0.7, Si 0.7, Mo 0.6) 

Cancelled 
on/before 
April 1986 

 

5021 MAGNESIUM-ZINC-ZIRCONIUM 
ALLOY TUBES (Zn 1.3, Zr 0.7) 

Cancelled 
on/before 
April 1986 

B.S. L.509 

5022 1% CARBON-CHROMIUM STEEL 
(LIMITING RULING SECTION 1 
INCH) (SUITABLE FOR PARTS OF 
MAXIMUM HARDNESS) 

Cancelled 
on/before 
April 1986 

B.S. S.135 

5023C SHEET AND STRIP OF 
COMMERCIALLY PURE TITANIUM 
(TENSILE STRENGTH 460-615 
N/mm²) (SUITABLE FOR WELDING) 

Obsolete 
April 1999 
Available 
in PDF 

 

5024 ALUMINIUM-ZINC-MAGNESIUM-
COPPER-MANGANESE ALLOY 
FORGINGS 

Obsolete 
April 1999 
Available 
in PDF 

 

5025A INGOTS AND CASTINGS OF 
MAGNESIUM-SILVER-NEODYMIUM-
ZIRCONIUM ALLOY. (SOLUTION 
TREATED AND PRECIPITATION 
TREATED) (Ag 2.5, RARE EARTH 
METALS 1.6 Zr 0.6) 

Obsolete 
April 1999 
Available 
in PDF 

 

5026 HIGH EXPANSION HEAT RESISTING 
STEEL FOR THE MANUFACTURE 

Cancelled 
on/before 

B.S. HR.650 



DTD 
No Title Status Replacement 

OF BOLTS, STUDS, SET SCREWS 
AND NUTS (VACUUM REMELTED) 
(LIMITING RULING SECTION 20 MM) 

April 1986 

5027 NICKEL-CHROMIUM-COBALT HEAT 
RESISTING ALLOY SHEET (COLD 
ROLLED AND SOFTENED) 

Cancelled 
on/before 
April 1986 

B.S. HR.202 

5028 ALUMINIUM-SILICON-MAGNESIUM 
ALLOY INGOTS AND PREMIUM 
QUALITY CASTINGS (SOLUTION 
AND PRECIPITATION TREATED) (Si 
7, Mg 0.5) 

Cancelled 
on/before 
April 1986 

B.S. L.99 

5030A ALUMINIUM-COATED PLATE OF 
ALUMINIUM-COPPER-MAGNESIUM-
SILICON-MANGANESE ALLOY 
(SOLUTION TREATED AND AGED 
AT ROOM TEMPERATURE) (Cu 4.4, 
Mg 0.5, Si 0.7, Mn 0.8) 

Obsolete 
April 1999 
Available 
in PDF 

 

5031 MAGNESIUM-ZINC-ZIRCONIUM 
ALLOY BARS AND SECTIONS (Zn 
5.5, Zr 0.7) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

5032 CARBON STEEL (SUITABLE FOR 
THE MANUFACTURE OF TIE RODS) 

Obsolete 
April 1999 
Available 
in PDF 

 

5033B COMMERCIALLY PURE TITANIUM 
SHEETS AND STRIPS (30 tonf/in² 
max) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

5034 ALUMINIUM-ZINC-MAGNESIUM-
COPPER-CHROMIUM ALLOY 
FORGINGS (SOLUTION TREATED 

Cancelled 
on/before 
April 1986 

OBSOLETE 



DTD 
No Title Status Replacement 

AND PRECIPITATION TREATED) 

5035A INGOTS AND CASTINGS OF 
MAGNESIUM-SILVER-NEODYMIUM-
ZIRCONIUM ALLOY. (SOLUTION 
TREATED AND PRECIPITATION 
TREATED) (Ag 2.5, RARE EARTH 
METALS 2.5, Zr 0.6) 

Obsolete 
April 1999 
Available 
in PDF 

 

5036 LOW CARBON CHROMIUM-NICKEL 
CORROSION-RESISTING STEEL 
WIRE RIVETS AND SPLIT PINS 
(WELDABLE) 

Obsolete 
April 1999 
Available 
in PDF 

 

5037 NICKEL-IRON-CHROMIUM-
MOLYBDENUM WELDABLE. HEAT 
RESISTING ALLOY SHEETS AND 
STRIPS. (IRON BASE, Ni 38, Cr 18, 
Mo 5.25) 

Obsolete 
April 1999 
Available 
in PDF 

 

5040A ALUMINIUM-COATED PLATE OF 
ALUMINIUM-COPPER-MAGNESIUM-
SILICON MANGANESE ALLOY. 
(SOLUTION TREATED AND 
PRECIPITATION TREATED) Cu 4.4, 
Mg 0.5, Si 0.7, Mn 0.8) 

Obsolete 
April 1999 
Available 
in PDF 

 

5041A BARS AND EXTRUDED SECTIONS 
OF MAGNESIUM-5½% ZINC-
ZIRCONIUM ALLOY (HEAT 
TREATED) (Zn 5.5, Zr 0.7) 

Obsolete 
April 1999 
Available 
in PDF 

 

5042A NICKEL-CHROMIUM-
MOLYBDENUM-VANADIUM. STEEL 
(125 HBAR) (LIMITING RULING 
SECTION 150 mm) 

Obsolete 
April 1999 
Available 
in PDF 

 



DTD 
No Title Status Replacement 

5043B TITANIUM-ALUMINIUM-
MANGANESE ALLOY BARS AND 
BILLETS (42-52 tsi) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

5045 INGOTS AND CASTINGS OF 
MAGNESIUM-ZINC-CERIUM-
ZIRCONIUM ALLOY. (SOLUTION 
TREATED AND PRECIPITATION 
TREATED) (Zn 5.8, RARE EARTH 
METALS 2.5, Zr 0.7) 

Obsolete 
April 1999 
Available 
in PDF 

 

5046 12% CHROMIUM MOLYBDENUM 
VANADIUM OXIDATION RESISTING 
AND CORROSION RESISTING 
STEEL 

Cancelled 
on/before 
April 1986 

B.S. S.538 

5047 NICKEL-IRON-CHROMIUM-
MOLYBDENUM WELDABLE HEAT 
RESISTING ALLOY SHEETS AND 
STRIPS (NICKEL BASE, Fe 35, Cr 
16.5, Mo 3.25) 

Cancelled 
on/before 
April 1986 

B.S. HR.207 

5050B ALUMINIUM-ZINC-MAGNESIUM-
COPPER-CHROMIUM ALLOY PLATE 
(SOLUTION AND PRECIPITATION 
TREATED) (Zn 5.7, Mg 2.7, Cu 0.9, Cr 
0.16) 

Cancelled 
on/before 
April 1986 

B.S. L.95 

5051 MAGNESIUM-1½% MANGANESE 
ALLOY PLATE 

Cancelled 
on/before 
April 1986 

OBSOLETE 

5052 80 TON NICKEL-CHROMIUM-
MOLYBDENUM-VANADIUM STEEL 
PLATE. (LIMITING RULING SECTION 
6 IN) 

Obsolete 
April 1999 
Available 
in PDF 

 



DTD 
No Title Status Replacement 

5053 TITANIUM-ALUMINIUM-
MANGANESE ALLOY BARS AND 
BILLETS (62 tsi) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

5054A BARS AND EXTRUDED SECTIONS 
OF ALUMINIUM-ZINC-MAGNESIUM-
COPPER-CHROMIUM ALLOY 
(SOLUTION TREATED AND 
PRECIPITATION TREATED) (Zn 5.7, 
Mg 2.5, Cu 0.5, Cr 0.15) 

Cancelled 
on/before 
April 1986 

DTD 5114 

5055 AEROSPECE MATERIAL 
SPECIFICATION INGOTS AND 
CASTINGS OF MAGNESIUM-
SILVER-NEODYMIUM-ZIRCONIUM 
ALLOY. (SOLUTION TREATED AND 
PRECIPITATION TREATED) (Ag 2.5, 
RARE EARTH METALS 2.0, Zr 0.6) 

Obsolete 
April 1999 
Available 
in PDF 

 

5056 CHROMIUM-NICKEL CORROSION 
RESISTING STEEL FOR COLD 
HEADED BOLTS AND SET SCREWS. 
(SUITABLE FOR COLD FORMING) 

Obsolete 
April 1999 
Available 
in PDF 

 

5057 NICKEL-CHROMIUM-COBALT-
MOLYBDENUM WELDABLE 
HEATING RESISTING ALLOY 
SHEETS AND STRIPS (NICKEL 
BASE, Cr 18, Co 14, Mo 7) 

Obsolete 
April 1999 
Available 
in PDF 

 

5060A ALUMINIUM-ALLOY-COATED 
ALUMINIUM-ZINC MAGNESIUM-
COPPER-CHROMIUM ALLOY PLATE 
(SOLUTION AND PRECIPITATION 
TREATED) 

Cancelled 
on/before 
April 1986 

DTD 5110 

5061 MAGNESIUM-ALUMINIUM-ZINC- Cancelled OBSOLETE 



DTD 
No Title Status Replacement 

MANGANESE ALLOY PLATE (Al 3.0, 
Zn 1.0, Mn 0.3) 

on/before 
April 1986 

5062 40 TON MOLYBDENUM-BORON 
STEEL SHEETS AND STRIPS 
(SUITABLE FOR WELDING) 

Obsolete 
April 1999 
Available 
in PDF 

 

5063A COMMERCIALLY PURE TITANIUM 
SHEETS AND STRIPS (40-50 tonf/in²) 

Cancelled 
on/before 
April 1986 

B.S. TA.6 

5064 ALUMINIUM-ZINC-MAGNESIUM-
COPPER-MANGANESE ALLOY 
BARS AND EXTRUDED SECTIONS 
(SOLUTION TREATED AND 
PRECIPITATION TREATED) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

5066 12% CHROMIUM HEAT RESISTING 
STEEL SUITABLE FOR BOLTS, 
STUDS, SET SCREWS AND NUTS. 
(LIMITING RULING SECTION 55mm; 
110 HBAR 

Obsolete 
April 1999 
Available 
in PDF 

 

5067 NICKEL-CHROMIUM-COBALT-
MOLYBDENUM-ALUMINIUM-
TITANIUM HEAT RESISTING ALLOY 
BILLETS BARS, FORGINGS 
(INCLUDING GAS TURBINE 
BLADES) AND PARTS (VACUUM 
MELTED); Ni BASE, Cr 15, Co 14.5, 
Mo 4, Al 5, Ti 4) 

Cancelled 
on/before 
April 1986 

B.S. HR 4 

5070B ALUMINIUM-ALLOY COATED SHEET 
AND STRIP OF ALUMINIUM-
COPPER-MAGNESIUM-NICKEL-
IRON ALLOY (SOLUTION TREATED 

Obsolete 
April 1999 
Available 
in PDF 

 



DTD 
No Title Status Replacement 

AND PRECIPITATION TREATED) 
(SUITABLE FOR USE AT ELEVATED 
TEMPERATURES) (Cu 2.5 Mg 1.5, Ni 
1.2, Fe 1.0) 

5071 MAGNESIUM-ZINC-ZIRCONIUM 
ALLOY PLATE (SUITABLE FOR 
WELDING BY INERT GAS SHIELDED 
ARE TECHNIQUES) (Zn 1.3, Zr 0.6) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

5072 75-85 TON STEEL INVESTMENT 
CASTINGS NON-STAINLESS 

Cancelled 
on/before 
April 1986 

B.S. HC. 8 & 
HC.10 

5073 COMMERCIALLY PURE TITANIUM 
TUBES (SUITABLE FOR PIPE LINES 
AND HIGH PRESSURE HYDRAULIC 
SYSTEMS WHERE FLARING IS 
REQUIRED) 

Obsolete 
April 1999 
Available 
in PDF 

 

5074A BARS AND EXTRUDED SECTIONS 
OF ALUMINIUM-ZINC-MAGNESIUM-
COPPER-CHROMIUM ALLOY 
(SOLUTION TREATED AND 
PRECIPITATION TREATED) (Zn 5.8, 
Mg 2.5, Cu 1.6, Cr 0.16) 

Cancelled 
on/before 
April 1986 

DTD 5124 

5076 HIGH EXPANSION HEAT RESISTING 
STEEL FOR THE MANUFACTURE 
OF BOLTS, STUDS, SET SCREWS 
AND NUTS (97hbar) (VACUUM 
REMELTED: LIMITING RULING 
SECTION 20 mm) 

Obsolete 
April 1999 
Available 
in PDF 

 

5077 NICKEL-CHROMIUM-ALUMINIUM-
TITANIUM HEAT RESISTING ALLOY 
BARS AND UPSET FORGINGS FOR 

Cancelled 
on/before 
April 1986 

B.S. HR.601 



DTD 
No Title Status Replacement 

THE MANUFACTURE OF BOLTS, 
STUDS, SET SCREWS AND NUTS 
(Ni BASE, Cr 19.5, Ti 2.25, Al 1.4) 

5080 ALUMINIUM-MAGNESIUM-SILICON-
MANGANESE ALLOY SHEETS 
(SOLUTION AND PRECIPITION 
TREATED) (SUITABLE FOR 
WELDING) (Mg 0.9, Si 0.9, Mn 0.7) 

Cancelled 
on/before 
April 1986 

B.S. L.113 

5081A PLATE OF MAGNESIUM-3% ZINC 
ZIRCONIUM ALLOY. (Zn 3.0, Zr 0.6) 

Obsolete 
April 1999 
Available 
in PDF 

 

5082A 1% CHROMIUM-MOLYBDENUM 
STEEL (115 HBAR) (LIMITING 
RULING SECTION 16 mm) 
(SUITABLE FOR WELDING) 

Obsolete 
April 1999 
Available 
in PDF 

 

5083 TITANIUM-ALUMINIUM-TIN ALLOY 
BARS AND BILLETS (50 tonf/in² min) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

5084A FORGING STOCK AND FORGINGS 
OF ALUMINIUM-COPPER-
MAGNESIUM-NICKEL-IRON 
ALLOY.(SOLUTION TREATED AND 
PRECIPITATION TREATED;SPECIAL 
HEAT TREATMENT FOR MINIMUM 
RESIDUAL INTERNAL 
STRESS)(SUITABLE FOR USE AT 
ELEVATED TEMPERATURES)(Cu 
2.5, Mg 1.5, Ni 1.2, Fe 1.0) 

Obsolete 
April 1999 
Available 
in PDF 

 

5086 17-7 CHROMIUM-NICKEL 
PRECIPITATION HARDENING 

Obsolete 
April 1999 

 



DTD 
No Title Status Replacement 

STAINLESS STEEL ROD, WIRE AND 
SPRINGS 

Available 
in PDF 

5087 NICKEL-CHROMIUM-COBALT-
ALUMINIUM TITANIUM HEAT 
RESISTING WIRE (NOT EXCEEDING 
2 mm DIAMETER) (SUITABLE FOR 
LOCKING WIRE) 

Obsolete 
April 1999 
Available 
in PDF 

 

5090 ALUMINIUM-COPPER-MAGNESIUM-
MANGANESE ALLOY PLATE 
(SOLUTION TREATED AND 
NATURALLY AGED) Cu 4.4, Mg 1.5, 
Mn 0.6) 

Cancelled 
on/before 
April 1986 

B.S. L.97 & L.98 

5091 MAGNESIUM-ZINC-MANGANESE 
ALLOY SHEETS AND STRIPS 
(SOFT) (Zn 2.0, Mn 1.0) 

Obsolete 
April 1999 
Available 
in PDF 

 

5092 SOFT IRON FOR DYNAMO-
ELECTRIC MACHINES (TYPE A) 

Obsolete 
April 1999 
Available 
in PDF 

 

5093 TITANIUM-ALUMINIUM-TIN ALLOY 
SHEETS (50 tonf/in² min) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

5094A FORGING STOCK AND FORGING 
OF ALUMINIUM-ZINC-MAGNESIUM-
COPPER-MANGANESE ALLOY 
(HEAT TREATED AT A RULING 
THICKNESS OF NOT MORE THAN 
75 mm) (SOLUTION TREATED FOR 
LOW INTERNAL STRESS) (Zn 5.7, 
Mg 2.5, Cu 0.5, Mn 0.5) 

Obsolete 
April 1999 
Available 
in PDF 

 



DTD 
No Title Status Replacement 

5100A ALUMINIUM-COATED PLATE OF 
ALUMINIUM-COPPER-MAGNESIUM-
MANGANESE ALLOY. (SOLUTION 
TREATED, CONTROLLED 
STRETCHED AND AGED AT ROOM 
TEMPERATURE) (Cu 4.4, Mg 1.5, Mn 
0.6) 

Obsolete 
April 1999 
Available 
in PDF 

 

5101 MAGNESIUM-ZINC-MANGANESE 
ALLOY SHEETS AND STRIPS (HALF 
HARD) (Zn 2.0, Mn 1.0) 

Obsolete 
April 1999 
Available 
in PDF 

 

5102 SOFT IRON FOR DYNAMO-
ELECTRIC MACHINES (TYPE B) 

Obsolete 
April 1999 
Available 
in PDF 

 

5103 TITANIUM-ALUMINIUM-
MOLYBDENUM-TIN-SILICON ALLOY 
BARS AND BILLETS (TENSILE 
STRENGTH NOT LESS THAN 70 
tons/sq in) 

Cancelled 
on/before 
April 1986 

B.S. TA.45, TA.46, 
TA.47, TA.49 AND 
TA.50 

5104A FORGING STOCK AND FORGINGS 
OF ALUMINIUM-ZINC-MAGNESIUM-
COPPER-MANGANESE ALLOY 
(SOLUTION TREATED, BOILING 
WATER QUENCHED AND DUPLEX 
PRECIPITATION TREATED TO 
IMPROVE STRESS CORROSION 
RESISTANCE) (Zn 5.7, Mg 2.5, Cu 
0.5, Mn 0.5) 

Obsolete 
April 1999 
Available 
in PDF 

 

5110 ALUMINIUM-ALLOY-COATED PLATE 
OF ALUMINIUM-ZINC-MAGNESIUM-
COPPER-CHROMIUM ALLOY. 

Obsolete 
April 1999 
Available 

 



DTD 
No Title Status Replacement 

(SOLUTION TREATED, 
CONTROLLED STRETCHED AND 
PRECIPITATION TREATED) (Zn 5.8, 
Mg 2.5, Cu 1.6, Cr 0.15) 

in PDF 

5111 FORGING STOCK AND FORGINGS 
OF MAGNESIUM-THORIUM-ZINC-
ZIRCONIUM ALLOY. (Th 0.8, Zn 0.6, 
Zr 0.7) 

Obsolete 
April 1999 
Available 
in PDF 

 

5112 80 TON 1% CHROMIUM-
MOLYBDENUM STEEL SHEETS 
(SUITABLE FOR WELDING BY 
SPECIALISED PROCESSES) 

Obsolete 
April 1999 
Available 
in PDF 

 

5114 BARS AND EXTRUDED SECTIONS 
OF ALUMINIUM-ZINC-MAGNESIUM - 
COPPER-CHROMIUM ALLOY 
(SOLUTION TREATED AND 
PRECIPITATION TREATED) (Zn 5.7, 
Mg 2.5, Cu 0.5, Cr 0.15) 

Obsolete 
April 1999 
Available 
in PDF 

 

5113 TITANIUM-TIN-ZIRCONIUM-
ALUMINIUM-MOLYBDENUM-
SILICON ALLOY BARS AND BILLETS 
(67 tsi) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

5120B PLATE OF ALUMINIUM-ZINC-
MAGNESIUM-COPPER ZIRCONIUM 
ALLOY. (SOLUTION TREATED, 
CONTROLLED STRETCHED AND 
ARTIFICIALLY AGED) (Zn 6.2, Mg 
2.4, Cu 1.7, Zr 0.13) (7010-T 7651) 

Obsolete 
April 1999 
Available 
in PDF 

 

5122A 1% CHROMIUM-MOLYBDENUM 
STEEL (115 HBR) (LIMITING RULING 
SECTION 12.5 mm) (SUITABLE FOR 

Obsolete 
April 1999 
Available 

 



DTD 
No Title Status Replacement 

WELDING BY SPECIALISED 
PROCESSES) 

in PDF 

5123 TITANIUM-COPPER ALLOY BARS 
AND BILLETS (35 tonf/in² min) 

Cancelled 
on/before 
April 1986 

B.S. TA.22 & 
TA.23 

5124 BARS AND EXTRUDED SECTIONS 
OF ALUMINIUM - ZINC - 
MAGNESIUM - COPPER-CHROMIUM 
ALLOY. (SOLUTION TREATED AND 
PRECIPITATION TREATED) (Zn 5.8, 
Mg 2.5, Cu 1.6, Cr 0.16) 

Obsolete 
April 1999 
Available 
in PDF 

 

5130A PLATE OF ALUMINIUM-ZINC-
MAGNESIUM-COPPER-ZIRCONIUM 
ALLOY. (SOLUTION TREATED, 
CONTROLLED STRETCHED AND 
ARTIFICALLY AGED) (Zn 6.2, Mg 2.4, 
Cu 1.7, Zr 0.13) (7010-T73651) 

Obsolete 
April 1999 
Available 
in PDF 

 

5132 80 TON 1% CHROMIUM-
MOLYBDENUM STEEL TUBES 
(SUITABLE FOR WELDING BY 
SPECIALISED PROCESSES) 

Obsolete 
April 1999 
Available 
in PDF 

 

5133 TITANIUM-COPPER ALLOY SHEETS 
(35 tonf/in² min) 

Cancelled 
on/before 
April 1986 

B.S. TA.21 

5142 80 TON 1% CHROMIUM-
MOLYBDENUM STEEL TUBES 
(SUITABLE FOR WELDING BY 
SPECIALISED PROCESSES) 

Obsolete 
April 1999 
Available 
in PDF 

 

5143 TITANIUM-ALUMINIUM-
MANGANESE ALLOY FORGINGS 

Cancelled 
on/before 

OBSOLETE 



DTD 
No Title Status Replacement 

April 1986 

5152 1% CHROMIUM-MOLYBDENUM 
STEEL WIRE (SUITABLE FOR USE 
AS FILLER MATERIAL) 

Obsolete 
April 1999 
Available 
in PDF 

 

5153 TITANIUM-ALUMINIUM-
MOLYBDENUM-TIN-SILICON ALLOY 
FORGINGS 

Cancelled 
on/before 
April 1986 

B.S. TA.48 & 
TA.51 

5162 HIGH TENSILE STEEL BOLTS (55-65 
TON) OF HIGH METALLUGICAL 
QUALITY) 

Obsolete 
April 1999 
Available 
in PDF 

 

5163 TITANIUM-ALUMINIUM-VANADIUM 
ALLOY SHEETS (62 tonf/in² min) 

Cancelled 
on/before 
April 1986 

B.S. TA.10 

5172 55-65 TON LOW ALLOY STEEL 
INVESTMENT CASTINGS 

Cancelled 
on/before 
April 1986 

B.S. HC.7 & HC.9 

5173 TITANIUM-ALUMINIUM-VANADIUM 
ALLOY BARS AND BILLETS (60 
tonf/in² min) 

Cancelled 
on/before 
April 1986 

B.S.TA.11 & TA.12 

5182 BOLT, DOUBLE HEXAGON, 
EXTERNAL WRENCHING -1800,000 
1bf/in² 

Obsolete 
April 1999 
Available 
in PDF 

 

5183 COMMERCIALLY PURE TITANIUM 
SHEETS AND STRIPS (25-35 tonf/in²) 

Cancelled 
on/before 
April 1986 

B.S. TA.2 

5192 NICKEL-CHROMIUM- Obsolete  



DTD 
No Title Status Replacement 

MOLYBDENUM-VANADIUM STEEL 
(190 kgf/mm² (VACUUM REMELTED: 
LIMITING RULING SECTION 100 
mm) 

April 1999 
Available 
in PDF 

5193 COMMERCIALLY PURE TITANIUM 
SHEETS AND STRIPS (35-45 tonf/in²) 

Cancelled 
on/before 
April 1986 

B.S. TA.6 

5199 CARBON STEEL INVESTMENT 
CASTINGS (TENSILE STRENGTH 
NOT LESS THAN 50 kgf/mm²) 

Cancelled 
on/before 
April 1986 

B.S. HC.1 

5202 0.5% MOLYBDENUM-BORON STEEL 
(60 HBAR) (LIMITING RULING 
SECTION 63 mm) 

Obsolete 
April 1999 
Available 
in PDF 

 

5203 TITANIUM-ALUMINIUM-
MOLYBDENUM-TIN-SILICON ALLOY 
BARS AND BILLETS (78 tonf/in² min) 

Cancelled 
on/before 
April 1986 

B.S. TA. 38, 39, 40 
AND 41 

5209 CARBON-MANGANESE STEEL 
INVESTMENT CASTINGS (TENSILE 
STRENGTH 55-70 kgf/mm²) 

Cancelled 
on/before 
April 1986 

B.S. HC.2 

5212 MARAGING STEEL 18% NICKEL-
COBALT-MOLYBDENUM (180 HBAR) 
(DOUBLE VACUUM MELTED) 

Obsolete 
April 1999 
Available 
in PDF 

 

5213 TITANIUM-TIN-MOLYBDENUM-
ALUMINIUM-SILICON ALLOY BARS 
AND BILLETS (78 tsi) 

Cancelled 
on/before 
April 1986 

OBSOLETE 

5219 1% CHROMIUM-MOLYBDENUM 
LOW ALLOY STEEL INVESTMENT 
CASTINGS (TENSILE STRENGTH 

Cancelled 
on/before 
April 1986 

B.S. HC.3 



DTD 
No Title Status Replacement 

70-90 kg/f/m²) 

5222 5% CHROMIUM-MOLYBDENUM-
VANADIUM STEEL SUITABLE FOR 
FORGED BOLTS. (180 HBAR) 
(VACUUM REMELTED LIMITING 
RULING SECTION 25 mm) 

Obsolete 
April 1999 
Available 
in PDF 

 

5223 TITANIUM-ALUMINIUM-
MOLYBDENUM-TIN-SILICON ALLOY 
FORGINGS (78 tonf/in² min) 

Cancelled 
on/before 
April 1986 

B.S. TA. 42 

5229 3% CHROMIUM-MOLYBDENUM 
STEEL INVESTMENT CASTINGS 
(TENSILE STRENGTH 63-80 
kgf/mm²) 

Cancelled 
on/before 
April 1986 

B.S. HC.4 

5232 MARAGING STEEL 18% NICKEL-
COBALT-MOLYBDENUM (180 HBAR) 
(VACUUM REMELTED) 

Obsolete 
April 1999 
Available 
in PDF 

 

5233 TITANIUM-COPPER ALLOY SHEETS 
(69-82 hbar) 

Cancelled 
on/before 
April 1986 

B.S. TA.52 

5239 3% NICKEL CASE-HARDENING 
STEEL INVESTMENT CASTINGS 
(TENSILE STRENGTH NOT LESS 
THAN 70 kgf/mm²) 

Cancelled 
on/before 
April 1986 

B.S. HC.5 

5243 TITANIUM-COPPER ALLOY BARS 
FOR MACHINING (LIMITING RULING 
SECTION 50 mm) (65-88 hbars) 

Cancelled 
on/before 
April 1986 

B.S. TA.53 

5249 3% CHROMIUM-MOLYBDENUM 
NITRIDING STEEL INVESTMENT 
CASTINGS (TENSILE STRENGTH 

Cancelled 
on/before 
April 1986 

B.S. HC.6 



DTD 
No Title Status Replacement 

87-102 kgf/mm²) 

5253 TITANIUM-COPPER ALLOY 
FORGING STOCK (LIMITING 
RULING SECTION 50 mm) (65-
88hbar) 

Cancelled 
on/before 
April 1986 

B.S. TA.54 

5259 CHROMIUM-NICKEL CORROSION 
RESISTING STEEL INVESTMENT 
CASTINGS (NOT STABLISED) 
TENSILE STRENGTH 47kgf/mm² 
(NOT TO BE USED FOR 
APPLICATIONS AT 
TEMPERATURES EXCEEDING 
350°C) 

Obsolete 
April 1999 
Available 
in PDF 

 

5263 TITANIUM-COPPER ALLOY 
FORGINGS (LIMITING RULING 
SECTION 50mm) (65-88 hbar) 

Cancelled 
on/before 
April 1986 

B.S. TA.55 

5269 CHROMIUM-NICKEL CORROSION 
RESISTING STEEL INVESTMENT 
CASTINGS (NIOBIUM STABILISED) 
(TENSILE STRENGTH 47 kgf/mm²) 

Cancelled 
on/before 
April 1986 

B.S. HC.104 

5273 BARS FOR MACHINING OF 
COMMERCIALLY PURE TITANIUM 
(TENSILE STRENGTH 460-615 
N/mm²) (SUITABLE FOR WELDING) 

Obsolete 
April 1999 
Available 
in PDF 

 

5279 CHROMIUM-NICKEL-25% 
MOLYBDENUM, HEATING 
RESISTING AND CORROSION-
RESISTING STEEL INVESTMENT 
CASTINGS 

Cancelled 
on/before 
April 1986 

B.S.HC.105 

5283 FORGING STOCK OF Obsolete  



DTD 
No Title Status Replacement 

COMMERCIALLY PURE TITANIUM 
(TENSILE STRENGTH 460-615 
N/mm²) (SUITABLE FOR WELDING) 

April 1999 
Available 
in PDF 

5293 FORGINGS OF COMMERCIALLY 
PURE TITANIUM (TENSILE 
STRENGTH 460-615 N/mm²) 
(SUITABLE FOR WELDING) 

Obsolete 
April 1999 
Available 
in PDF 

 

5299 PRECIPITATION HARDENING 
CHROMIUM-NICKEL-COPPER 
MOLYBDENUM STEEL 
INVESTMENT CASTING (95 hbar) 

Cancelled 
on/before 
April 1986 

B.S. HC.101 

5303 BAR AND SECTION FOR 
MACHINING OF TITANIUM-
ALUMINIUM-VANADIUM ALLOY 
(TENSILE STRENGTH 930-1160 
Mpa) (LIMITING RULING SECTION 
150 mm) 

Obsolete 
April 1999 
Available 
in PDF 

 

5309 PRECIPITATION HARDENING 
CHROMIUM-NICKEL-COPPER 
MOLYBDENUM STEEL 
INVESTMENT CASTING (125 hbar) 

Cancelled 
on/before 
April 1986 

B.S. HC.102 

5313 FORGING STOCK OF TITANIUM-
ALUMINIUM- (VANADIUM 
ALLOY/TENSILE STRENGTH 930-
1160 Mpa) (LIMITING RULING 
SECTION 150mm) 

Obsolete 
April 1999 
Available 
in PDF 

 

5323 FORGINGS OF TITANIUM-
ALUMINIUM-VANADIUM-ALLOY 
(TENSILE STRENGTH 930-1160 
MPa) (LIMITING RULING SECTION 
150 mm) 

Obsolete 
April 1999 
Available 
in PDF 

 



DTD 
No Title Status Replacement 

5333 BAR AND SECTION FOR 
MACHINING OF TITANIUM - 
ALUMINIUM - MOLYBDENUM-TIN-
SILICON ALLOY (TENSILE 
STRENGTH 1080-1260 MPa) 
(LIMITING RULING SECTION 100 
mm) 

Obsolete 
April 1999 
Available 
in PDF 

 

5343 FORGING STOCK OF TITANIUM-
ALUMINIUM-MOLYBDENUM-TIN-
SILICON ALLOY (TENSILE 
STRENGTH 1080-1260 MPa) 
(LIMITING RULING SECTION 100 
mm) 

Obsolete 
April 1999 
Available 
in PDF 

 

5353 FORGING STOCK OF TITANIUM-
ALUMINIUM-MOLYBDENUM-TIN-
SILICON ALLOY (TENSILE 
STRENGTH 1080-1260 MPa) 
(LIMITING RULING SECTION 100 
mm) 

Obsolete 
April 1999 
Available 
in PDF 

 

5363 CASTINGS OF TITANIUM-
ALUMINIUM-VANADIUM ALLOY. 
(ANNEALED) 

Obsolete 
April 1999 
Available 
in PDF 

 

5373 INSPECTION AND TESTING 
PROCEDURE FOR TITANIUM ALLOY 
RE-MELTING STOCK AND 
CASTINGS 

Obsolete 
April 1999 
Available 
in PDF 

 

5501 9¼ OZ GLASS FABRIC, SATIN 
WEAVE 

Cancelled 
on/before 
April 1986 

B.S. 3396 

5502B BRAIDED NYLON CORDAGE Cancelled DTD 5620 



DTD 
No Title Status Replacement 

on/before 
April 1986 

5503 CABLE CRIMPING COMPOUND 
(FOR ALUMINIUM CABLES) 

Obsolete 
April 1999 
Available 
in PDF 

 

5504 TERYLENE FABRIC Obsolete 
April 1999 
Available 
in PDF 

 

5505A COTTON WEBBING: SINGLE PLY Obsolete 
April 1999 
Available 
in PDF 

 

5506A COTTONG WEBBING: TWO PLY Obsolete 
April 1999 
Available 
in PDF 

 

5507B FOAMING AND GENERAL PURPOSE 
CLEANING MATERIAL FOR 
EXTERIOR SURFACES OF 
AIRCRAFT 

Obsolete 
April 1999 
Available 
in PDF 

 

5508 RUBBER FOR FACE PIECE 
MOULDINGS OF OXYGEN MASKS 
TYPES H AND J 

Obsolete 
April 1999 
Available 
in PDF 

 

5509 SYNTHETIC RUBBER RESISTANT 
TO ENGINE LUBRICATING OILS, 
GREASES AND FUELS 

Obsolete 
April 1999 
Available 
in PDF 

 



DTD 
No Title Status Replacement 

5510 TERYLENE TAPE Obsolete 
April 1999 
Available 
in PDF 

 

5511A RESINATED ASBESTOS FELTS OF 
HIGH TENSILE STRENGTH 

Obsolete 
April 1999 
Available 
in PDF 

 

5512A RESINATED ASBESTOS FELTS OF 
MEDIUM TENSILE STRENGTH 

Obsolete 
April 1999 
Available 
in PDF 

 

5513 LAMINATED PAPER TAPE: GLASS 
YARN REINFORCED 

Cancelled 
on/before 
April 1986 

OBSOLETE 

5514B POLYCHLOROPRENE RUBBERS 
(HEAT RESISTANT) 

Obsolete 
April 1999 
Available 
in PDF 

 

5515 NOT ISSUED Not 
Issued 

- 

5517 POLYTETRAFLUOROETHYLENE 
GRANULAR POLYMER 

Obsolete 
April 1999 
Available 
in PDF 

 

5518 GLASS FIBRE FABRIC ("E" GLASS) Cancelled 
on/before 
April 1986 

B.S 3396 

5519 GLASS FIBRE FABRIC ("A" GLASS) Cancelled 
on/before 

B.S 3396 



DTD 
No Title Status Replacement 

April 1986 

5524 RAYLON/NYLON BRAIDED CORD Obsolete 
April 1999 
Available 
in PDF 

 

5526 NOT ISSUED Not 
Issued 

- 

5527A GREASE AIRCRAFT: SYNTHETIC, 
MOLYBDENUM DISULPHIDE NATO 
CODE NO 353 

Cancelled 
on/before 
April 1986 

DEF STAN 91-57 

5530 ANTI-SEIZE COMPOUND 
(MOLYBDENUM DISULPHIDE TYPE) 

Cancelled 
on/before 
April 1986 

DTD 5617 

5531A SILICONE RUBBERS (GENERAL 
PURPOSE) 

Obsolete 
April 1999 
Available 
in PDF 

 

5532 NOT ISSUED - PUBLISHED AS DTD 
933 

Cancelled 
on/before 
April 1986 

- 

5534 COTTON WEBBING: TWILL WEAVE 
SHATTLELESS LOOM 
CONSTRUCTION 

Cancelled 
on/before 
April 1986 

OBSOLETE 

5535 OXYGEN GAS Cancelled 
on/before 
April 1986 

DEF STAN 68-21 

5537A UNSATURATED POLYESTERS 
RESINS FOR LOW PRESSURE 
LAMINATING PURPOSES 

Obsolete 
April 1999 
Available 

 



DTD 
No Title Status Replacement 

in PDF 

5538 CLEANING MATERIAL (METHYLENE 
CHLORIDE BATH TYPE) 

Cancelled 
on/before 
April 1986 

DEF STAN 80-20 

5539A RESINATED ASBESTOS FLOCK 
MOULDERED MATERIAL 

Obsolete 
April 1999 
Available 
in PDF 

 

5540B CORROSION PREVENTIVE OIL; 
HYDRAULIC SYSTEM NATO CODE 
NO C-635 JOINT SERVICE 
DESIGNATION: PX-26 VULCANISED 
FLUORO-CARBON RUBBERS FOR 
AIRCRAFT 

Obsolete 
April 1999 
Available 
in PDF 

 

5542 CLEANING MATERIAL (CRESOL-
DICHLOROBENZENE TYPE) 

Cancelled 
on/before 
April 1986 

DEF STAN 80-19 

5543B FLUOROCARBON RUBBERS Obsolete 
April 1999 
Available 
in PDF 

 

5544 UNPLASTICISED POLYMETHYL 
METHACRYLATE SHEETS, PANELS 
AND SHAPINGS, GRADE A, UV 
OPAQUE, FOR AIRCRAFT GLAZING 

Cancelled 
on/before 
April 1986 

DTD 5592A 

5545 UNPLASTICISED POLYMETHYL 
METHACRYLATE SHEETS, PANELS 
AND SHAPINGS, GRADE B, UV 
OPAQUE, FOR AIRCRAFT GLAZING 

Cancelled 
on/before 
April 1986 

DTD 5592A 

5546 WOVEN GLASS FIBRE TAPE AND Obsolete  



DTD 
No Title Status Replacement 

WEBBING ("E" GLASS) April 1999 
Available 
in PDF 

5547 NOT ISSUED Not 
Issued 

- 

5548 GLAZING COMPOUNDS Obsolete 
April 1999 
Available 
in PDF 

 

5549 UNSATURATED POLYESTER: 
RESINS (FOR LOW PRESSURE 
LAMINATING PURPOSES) 

Obsolete 
April 1999 
Available 
in PDF 

 

5550 FILM JOINING TAPE Obsolete 
April 1999 
Available 
in PDF 

 

5551 TWO PLY RUBBER PROOFED SILK 
FABRIC 

Obsolete 
April 1999 
Available 
in PDF 

 

5554 STAPLE FIBRE TERYLENE FABRIC Obsolete 
April 1999 
Available 
in PDF 

 

5555A EXTERIOR GLOSSY FINISHING 
SCHEMES (COLD CURING EPOXIDE 
TYPE (SCHEMES 1, 11 AND 111) 

Obsolete 
April 1999 
Available 
in PDF 

 

5559A CONTOUR WOVEN GLASS-FIBRE Obsolete  



DTD 
No Title Status Replacement 

FABRIC April 1999 
Available 
in PDF 

5562 CLEAR BAKING RESIN FOR 
SURFACE SEALING MAGNESIUM 

Obsolete 
April 1999 
Available 
in PDF 

 

5566 THINNERS FOR CELLULOSE 
PAINTS AND DOPES 

Cancelled 
on/before 
April 1986 

DEF STAN 

5567A INTERIOR AND EXTERIOR 
PROTECTIVE FINISHING SCHEME. 
(COLD CURING EPOXIDE TYPE) 

Obsolete 
April 1999 
Available 
in PDF 

 

5575 SEAMARKER DYE COMPOSITION Cancelled 
on/before 
April 1986 

OBSOLETE 

5576A LAMINATED SAFETY GLASS 
HEATED BY ELECTFICALLY 
CONDUCTING FILM(S) 

Obsolete 
April 1999 
Available 
in PDF 

 

5577 HEAT STABLE STRUCTURAL 
ADHESIVES 

Obsolete 
April 1999 
Available 
in PDF 

 

5578 LUBRICATING OIL, GENERAL 
PURPOSES: LOW TEMPERATURE, 
NATO CODE NO 0-142 JOINT 
SERVICES DESIGNATION OM-12 

Cancelled 
on/before 
April 1986 

DEF STAN 91-47 

5579 GREASE, AIRCRAFT: SYNTHETIC. Cancelled DTD 5601 



DTD 
No Title Status Replacement 

NATO CODE G361. JOINT SERVICE 
DESIGNATION XG-292 

on/before 
April 1986 

5580A EXTERIOR AND INTERIOR 
FINISHING SCHEMES-MATT AND 
GLOSSY (COLD CURING 
POLYURETHANE TYPE) SCHEME I 
AND SCHEME II) 

Obsolete 
April 1999 
Available 
in PDF 

 

5581 DAMPING FLUIDS: DEMETHYL 
SILICONE 

Cancelled 
on/before 
April 1986 

DEF STAN 91-46 

5582A OIL RESISTANT VULCANISED 
SILICONE RUBBERS 

Obsolete 
April 1999 
Available 
in PDF 

 

5583A VULCANSIED FLUORO-SILICONE 
RUBBERS 

Obsolete 
April 1999 
Available 
in PDF 

 

5584 THREE-STRAND NYLON ROPE 
SOFT LAID 

Obsolete 
April 1999 
Available 
in PDF 

 

5585A GREASE, AIRCRAFT, SYNTHETIC. 
HIGH TEMPERATURE, NATO CODE 
NO G-372 JOINT SERVICE 
DESIGNATION XG-300 

Cancelled 
on/before 
April 1986 

DEF STAN 91-55 

5586 COOLANT FLUID, INHIBITED, RADIO 
EQUIPMENT. JOINT SERVICE 
DESIGNATION AL-26. 

Cancelled 
on/before 
April 1986 

DEF STAN 68-61 

5587 PAINT SYSTEMS LUMINOUS, Obsolete  



DTD 
No Title Status Replacement 

TRITIUM ACTIVATED April 1999 
Available 
in PDF 

5588 STRIPPABLE TEMPORARY 
PROTECTIVE COATING FOR 
ALUMINIUM ALLOYS 

Obsolete 
April 1999 
Available 
in PDF 

 

5589 2-ETHOXYETHANOL ACETATE 
(URETHANE GRADE) 

Obsolete 
April 1999 
Available 
in PDF 

 

5590 THINNERS OF POLYURETHANE 
PAINTS (ROLLING) 

Obsolete 
April 1999 
Available 
in PDF 

 

5591 THINNERS OF POLYURETHANE 
PAINTS (SPRAYING) 

Obsolete 
April 1999 
Available 
in PDF 

 

5592A ACRYLIC SHEETS FOR AIRCRAFT 
GLAZING 

Obsolete 
April 1999 
Available 
in PDF 

 

5593 TOUCH-UP PAINT SCHEME FOR 
AIRCRAFT FINISHES 

Cancelled 
on/before 
April 1986 

OBSOLETE 

5594A VULCANISED BUTADIENE-
ACRYLONITRILE RUBBERS 
(MINERAL OIL RESISTANT FOR 
AIRCRAFT) 

Obsolete 
April 1999 
Available 
in PDF 

 



DTD 
No Title Status Replacement 

5595A VULCANISED BUTADIENE-
ACRYLONITRILE RUBBERS (FUEL 
AND SYNTHETIC OIL RESISTANT) 
FOR AIRCRAFT 

Obsolete 
April 1999 
Available 
in PDF 

 

5596A VULCANISED ETHYLENE-
PROPYLENE RUBBERS (GENERAL 
PURPOSE) FOR AIRCRAFT 

Obsolete 
April 1999 
Available 
in PDF 

 

5597A VULCANISED ETHYLENE-
PROPYLENE RUBBERS (FLUID 
RESISTANT) FOR AIRCRAFT 

Obsolete 
April 1999 
Available 
in PDF 

 

5598 GREASE, AIRCRAFT: SYNTHETIC 
EXTREME PRESSURE NATO CODE 
NO G-354 JOINT SERVICE 
DESIGNATION XG-287 

Cancelled 
on/before 
April 1986 

DEF STAN 91-53 

5599A SELECTIVELY STRIPPABLE-
ACRYLIC FINISHING SCHEMES - 
MATT AND GLOSS - FOR USE ON 
AIRCRAFT 

Obsolete 
April 1999 
Available 
in PDF 

 

5600 HEAVY DUTY CLEANER FOR THE 
EXTERIOR SURFACE OF AIRCRAFT 

Obsolete 
April 1999 
Available 
in PDF 

 

5601 GREASE, AIRCRAFT: 
MULTIPURPOSE NATO CODE NO G-
395 JOINT SERVICE DESIGNATION 
XG-293 

Cancelled 
on/before 
April 1986 

DEF STAN 91-52 

5602 ACRYLIC FINISHING SCHEME FOR 
GENERAL PURPOSE USE ON 

Cancelled 
on/before 

OBSOLETE 



DTD 
No Title Status Replacement 

AIRCRAFT April 1986 

5603B ELASTOMERIC TOROIDAL SEALING 
RINGS (O RINGS) FLUOROCARBON 
TYPE 

Obsolete 
April 1999 
Available 
in PDF 

 

5604 PIGMENTED JOINTING COMPOUND 
NON-HARDENING TYPE 

Obsolete 
April 1999 
Available 
in PDF 

 

5605A ELASTOMERIC TOROIDAL SEALING 
RINGS ('O' RINGS) OIL RESISTANT 
SILICONE TYPE 

Obsolete 
April 1999 
Available 
in PDF 

 

5606A ELASTOMERIC TOROIDAL SEALING 
RINGS ('O' RINGS) BUTADIENE-
ACRYLONITRILE TYPE (MINERAL 
OIL RESISTANT) 

Obsolete 
April 1999 
Available 
in PDF 

 

5607A ELASTOMERIC TOROIDAL SEALING 
RINGS ('O' RINGS) BUTADIENE-
ACRYLONITRILE TYPE (FUEL AND 
SYNTHETIC OIL RESISTANT) 

Obsolete 
April 1999 
Available 
in PDF 

 

5608A ELASTOMERIC TOROIDAL SEALING 
RINGS ('O' RINGS) FUEL 
RESISTANT ETHYLENE-
PROPYLENE TYPE 

Obsolete 
April 1999 
Available 
in PDF 

 

5609 GREASE, AIRCRAFT: HELICOPTER 
OSCILLATING BEARING 

Cancelled 
on/before 
April 1986 

DEF STAN 91-51 

5610 GREASE, AIRCRAFT, SYNTHETIC. 
NATO CODE G392. JOINT SERVICE 

Cancelled 
on/before 

 



DTD 
No Title Status Replacement 

DESIGNATION XG-269 April 1986 

5612A FLUORO-CARBON-RUBBER (LOW 
COMPRESSION SET) 

Obsolete 
April 1999 
Available 
in PDF 

 

5613A ELASTOMERIC TOROIDAL SEALING 
RINGS ('O' RINGS) LOW 
COMPRESSION SET 
FLUOROCARBON TYPE 

Obsolete 
April 1999 
Available 
in PDF 

 

5614A SILICONE RUBBER FACE PIECES 
FOR OXYGEN MASKS (LIMITED 
ISSUE; COPIES AVAILABLE FROM 
PROCUREMENT EXECUTIVE, MOD, 
MATERIALS AND STRUCTURES 
DEPARTMENT (MSI), ROYAL 
AIRCRAFT ESTABLISHMENT, 
FARNBOROUGH, HANTS GU14 6TD 

Obsolete 
April 1999 
Available 
in PDF 

 

5615A RUBBERS (HIGH TEAR STRENGTH) Obsolete 
April 1999 
Available 
in PDF 

 

5616 ELASTOMETRIC TOROIDAL 
SEALING RINGS ('O' RINGS) 
FLUOROSILICONE TYPE 

Obsolete 
April 1999 
Available 
in PDF 

 

5617 ANTI-SEIZE COMPOUND: 
MOLYBDENUM DISULPHIDE 

Cancelled 
on/before 
April 1986 

DEF STAN 80-81 

5618 EXTERIOR AND INTERIOR 
FINISHING SCHEMES MATT AND 

Obsolete 
April 1999 

 



DTD 
No Title Status Replacement 

GLOSSY-SOLAR HEAT 
REFLECTING (COLD CURING 
POLYURETHANE TYPE) 

Available 
in PDF 

5620 BRAIDED NYLON CORD Obsolete 
April 1999 
Available 
in PDF 

 

5621 NOT ISSUED Not 
Issued 

- 

5622 NOT ISSUED Not 
Issued 

- 

5623 NOT ISSUED Not 
Issued 

- 

5624 FIBROUS POLYESTER MATERIAL 
FOR USE AS A FLAME AND FIRE 
SUPPRESSANT IN AIRCRAFT DRY 
BAYS 

Obsolete 
April 1999 
Available 
in PDF 

 

5625 STANDARD ANNEALED FLOAT 
GLASS FOR AIRCRAFT GLAZING 

Obsolete 
April 1999 
Available 
in PDF 

 

5626 HIGH LIGHT TRANSMISSION 
ANNEALED PLATE GLASS FOR 
AIRCRAFT GLAZING 

Obsolete 
April 1999 
Available 
in PDF 

 

5627 FIBROUS POLYAMIDE MATERIAL 
FOR USE AS AN EXPLOSION 
SUPPRESSANT AND AS A BAFFLE 
MATERIAL IN AIRCRAFT FUEL 
TANKS 

Obsolete 
April 1999 
Available 
in PDF 

 



DTD 
No Title Status Replacement 

5628 TEST METHODS AND 
PROCUREMENT PROCEDURES 
FOR ONE PART ANAEROBIC 
POLYMERISABLE COMPOUNDS 
FOR LOCKING, SEALING AND 
RETAINING 

Obsolete 
April 1999 
Available 
in PDF 

 

5629 GENERAL PURPOSE LOCKING, 
SEALING AND RETAINING 
MATERIALS: ANAEROBIC 
POLYMERISABLE COMPOUNDS 
GIVING VERY LOW TORQUE 
STRENGTHS 

Obsolete 
April 1999 
Available 
in PDF 

 

5630 GENERAL PURPOSE LOCKING, 
SEALING AND RETAINING 
MATERIALS: ANAEROBIC 
POLYMERISABLE COMPOUNDS 
GIVING LOW TORQUE STRENGTHS 

Obsolete 
April 1999 
Available 
in PDF 

 

5631 GENERAL PURPOSE LOCKING, 
SEALING AND RETAINING 
MATERIALS: ANAEROBIC 
POLYMERISABLE COMPOUNDS 
GIVING MEDIUM TORQUE 
STRENGTHS 

Obsolete 
April 1999 
Available 
in PDF 

 

5632 GENERAL PURPOSE LOCKING, 
SEALING AND RETAINING 
MATERIALS: ANAEROBIC 
POLYMERISABLE COMPOUNDS 
GIVING HIGH TORQUE STRENGTHS 

Obsolete 
April 1999 
Available 
in PDF 

 

5633 GENERAL PURPOSE LOCKING, 
SEALING AND RETAINING 
MATERIALS: ANAEROBIC 
POLYMERISABLE COMPOUNDS 

Obsolete 
April 1999 
Available 
in PDF 

 



DTD 
No Title Status Replacement 

GIVING VERY HIGH TORQUE 
STRENGTHS 

5634 STRETCHED OR PRESSED 
ACRYLIC SHEET OF SUPERIOR 
ENVIRONMENTAL RESISTANCE, 
FOR AIRCRAFT GLAZING 

Obsolete 
April 1999 
Available 
in PDF 

 

5635 BANNER TARGET AND TARGET 
TOWING CABLE MATERIALS 

Obsolete 
April 1999 
Available 
in PDF 

 

5636 DIE FORGINGS OF ALUMINIUM 
ALLOY (SOLUTION TREATED 
WATER QUENCHED AND 
ARTIFICIALLY AGED TO AN 
OVERAGED CONDITION) (Zn 6.2, Mg 
2.4, Cu 1.7, Zr 0.13) (7010-T736) 

Obsolete 
April 1999 
Available 
in PDF 

 

5637 POLYVINYLBUTYRAL FOR 
AIRCRAFT TRANSPARANCIES 

Obsolete 
April 1999 
Available 
in PDF 

 

5638 HEAT RESISTING NICKEL BASED 
ALLOY Fe - 52.5Ni -19Cr - 3Mo - 5(N6 
+ Ta) - 0.9Ti - 0.5Al (VACUUM 
MELTED) BAR AND WIRE FOR 
FASTENERS MAXIMUM DIAMETER 
OR SECTIONAL DIMENSION 50 mm 

Obsolete 
April 1999 
Available 
in PDF 

 

5639 HEAT RESISTING NICKEL BASE 
ALLOY Ni - 19.5Cr - 13.5Co - 4Mo - 
3Ti - 1.4Al. (VACUUM MELTED) BAR 
AND WIRE FOR FASTENERS 
MAXIMUM DIAMETER OR 

Obsolete 
April 1999 
Available 
in PDF 

 



DTD 
No Title Status Replacement 

SECTIONAL DIMENSION 50 mm 

5640 PAINT, PRIMING FOR AIRCRAFT, 
EPOXIDE COLD CURING, 
IMPROVED ADHESION, TWO PACK 

Obsolete 
April 1999 
Available 
in PDF 

 
	


